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Competing magnetic anisotropies in chiral crystals with Dzyaloshinskii Moriya exchange interactions can
give rise to non-trivial chiral topological magnetization configurations with new and interesting properties. One
such configuration is the magnetic soliton, where the moment continuously rotates about an axis. This magnetic
system can be considered to be one dimensional and, because of this, it supports a macroscale coherent magne-
tization, giving rise to a tunable chiral soliton lattice (CSL) that is of potential use in a number of applications in
nanomagnetism and spintronics. In this paper we characterise the transitions between the forced-ferromagnetic
(F-FM) phase and the CSL one in CrNb3S6 using differential phase contrast imaging in a scanning transmis-
sion electron microscope, conventional Fresnel imaging, ferromagnetic resonance spectroscopy, and mean-field
modeling. We find that the formation and movement of dislocations mediate the formation of CSL and F-FM re-
gions and that these strongly influence the highly hysteretic static and dynamic properties of the system. Sample
size and morphology can be used to tailor the properties of the system and, with the application of magnetic field,
to locate and stabalize normally unstable dislocations and modify their dimensions and magnetic configurations
in ways beyond that predicted to occur in uniform films.
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I. INTRODUCTION

Since the general theory of helicoidal magnetic structures
was proposed1 and experimentally confirmed in CrNb3S6,2

there has been much interest in this3,4 and other5 chiral sys-
tems for the many unusual properties they possess. The he-
limagnetism in CrNb3S6 originates from its monoaxial chi-
ral hexagonal crystal belonging to the P6322 space group,6

which supports a large uniaxial anisotropy, Ku, along the chi-
ral c-axis, symmetric Heisenberg exchange interactions, and
anti-symmetric Dzyaloshinskii Moriya exchange interactions
(DMI), D.7,8 The magnetization in zero applied field (H = 0)
is in a chiral helimagnetic (CHM) phase, where the moment
continuously rotates in the ab-plane, along the c-axis. The
intrinsic soliton periodicity in zero applied field, L(H = 0),
depends on the ratio of the energy parallel to the c-axis, J‖, to
the DMI energy, and is 48 nm.6,9

When a magnetic field is applied perpendicular to the c-
axis, a net-moment arises as the spins preferentially align
with the magnetic field and the incommensurate CHM phase
continuously transforms into the chiral soliton lattice (CSL)
phase. At sufficiently high fields, this creates regions of
forced-ferromagnetic (F-FM) order, indicated by the yellow
arrows in the schematic in Fig. 1, between which are isolated
solitons where the moments rotate through 2π, as depicted by
the orange to green colored arrows. As the field is increased,
the F-FM regions grow in extent through distortion and then
expulsion of solitons from the system until at some critical
field, Hc, the entire system is in the F-FM phase. Theoret-
ical11 and experimental12 phase diagrams for CrNb3S6 have
been constructed. The critical paramagnetic temperature de-
pends on the crystal quality but is typically ∼127 K, while the

critical field for the CSL to F-FM transition varies due to sam-
ple thickness related demagnetization effects, but is typically
around 2 kOe.6,9

Importantly, because the transition between the CSL and
F-FM phases is continuous, the point at which the region be-
tween the magnetic kinks may be regarded as a F-FM domain
and not as part of a dilute CSL is not well defined, and will
likely depend on the property of interest, e.g. static or dy-
namic properties. In this paper, we take the phenomenological
approach and refer to regions of CSL or F-FM, depending on
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FIG. 1. Schematic representation of a chiral soliton lattice (CSL)
with a dislocation created by a magnetic field, H, applied down-
wards. J⊥ (∼ 140 K), J‖ (∼ 18 K), Ku (∼ 1 K), and D (∼ 2.9 K)
are the exchange energy densities perpendicular and parallel to the
c-axis (indicated by the red arrows), and the uniaxial anisotropy and
DMI energy density, respectively.10
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their most prominent character.
CrNb3S6 is unique among the helicoidal materials in that

the magnetic ordering phase coherence extends over macro-
scopic dimensions.2 It is this protected property of the mag-
netic solitons, together with the ease with which the mag-
netic texture can be modified by the application of field, and
the interesting emergent phenomena3,4 that make CrNb3S6
potentially useful in many device applications in nanomag-
netism and spintronics. Of particular interest are discretisa-
tion effects arising from changes in the magnetic topology
created by the addition or removal of a soliton. These effects
have been observed in a variety measurement techniques, in-
cluding transmission electron microscopy, magnetoresistance,
magnetic torque, ferromagnetic resonance, and x-ray circular
dichroism.12–15

Between the CSL and F-FM regimes, dislocations in the
soliton lattice such as that depicted by the schematic in Fig. 1
can form and are likely to play a key role in mediating the
changes in the magnetic phase of the material. Indeed, re-
cently reported modeling predicts that soliton annihilation oc-
curs through dislocations forming and moving perpendicular
to the c-axis, while creation occurs in a coherent process at the
sample edges.15 The coherence of the CSL is of great impor-
tance to the functionality of the material and it is thus crucial
to characterise it.

In this paper we experimentally characterise the transition
from the F-FM phase to the CSL one and back in CrNb3S6 us-
ing Lorentz microscopy and ferromagnetic resonance (FMR)
spectroscopy, with a particular focus on magnetic lattice dislo-
cations. We show that dislocations mediate the CSL to F-FM
transition. In the opposite transition, dislocations appear as a
result of the partitioning of the magnetization into a mixture
of CSL and field-polarized F-FM regions, creating a disor-
dered phase. The formation of this disordered phase depends
on the reversal direction and creates an asymmetry in the as-
sociated dynamic properties. The dislocations are generally
metastable or unstable, but we show how they can be localised
by ‘pinning’ them against stepped increases in sample thick-
ness, which also allows their dimensions to be modified far be-
yond that predicted from modeling of uniform thickness sam-
ples using a mean-field approach. This observation opens the
possibility to localise dislocations and make use of the nano-
channels of field polarized spins created by them in device
applications.

After summarising the methodology or our approach in
Sec. II, the mean-field simulations are presented in Sec. III,
before the main experimental results are discussed in Sec. IV.

II. METHODOLOGY

A. STEM sample preparation and measurements

To experimentally quantify the magnetic texture in
CrNb3S6, differential phase contrast (DPC) and electron en-
ergy loss spectroscopy (EELS) measurements were performed
on a cross-section of a single crystal CrNb3S6 sample in a
probe corrected JEOL ARM 200F scanning transmission elec-

tron microscope (STEM) equipped with a cold field emission
electron gun operated at 200 keV. In the DPC measurements,
the sample was cooled to ∼102 K in a Gatan HC3500 sam-
ple holder while the signal was collected by a custom eight-
segment detector,16 allowing the modified DPC method to
be used to reduce diffraction artifacts.17 During the measure-
ments, the field was applied in a direction perpendicular to
the sample and varied by exciting the objective lens to dif-
ferent strengths. The convergence semi-angle was 1.31 mrad,
giving a spot size of 2.34 nm and a resolution of 1.17 nm; the
pixel size was 1.24 nm for the low field data and 0.74 nm for
the high field data.

The sample thickness was determined from a t/λ map18 ob-
tained from EELS measurements performed in the same mi-
croscope with the objective lens switched on, and an effective
Z-number of 25.8, calculated using Gatan Digital Micrograph.
The EELS spectra were collected using a GIF Gatan Quantum
ER spectrometer in the scanning TEM (STEM) mode. The
convergence and collection semi-angles were 29 and 36 mrad,
respectively.

The cross-section was prepared in an FEI Nova NanoLab
DualBeam focused ion beam (FIB), and thinned to electron
transparency using standard lamella preparation procedures.
All data were processed using Python and the FPD19 and Hy-
perSpy20 packages.

B. TEM measurements

In order to see the CSL behavior with dislocations qualita-
tively, Fresnel images were recorded in an underfocus condi-
tion (typically ∼1 µm defocus) using a model JEM-2010 or
JEM-2100 transmission electron microscope (TEM) operated
with an acceleration voltage of 200 kV. The TEM samples
were cooled using a liquid N2 holder for the experiments per-
formed in a temperature range above 100 K. To see the behav-
ior at lower temperatures for many hours, the seventh genera-
tion cryogenic transmission electron microscope, available in
Nagoya University, Japan21 was adopted. The samples were
cooled to below 2 K using superfluid He and the CSL behavior
was examined at low temperatures in magnetic fields system-
atically.

C. FMR measurements

The magnetization dynamics were studied via FMR experi-
ments using a custom low temperature system14 comprising
a vector network analyzer (VNA) coupled to a broadband
coplaner waveguide and operated at 50 K. The transmitted
power (S 21) through the ground-signal-ground waveguide to
which the sample was attached (see Fig. S822) was recorded
as a function of frequency as the applied field was reduced
from a large positive value (|H| > Hc) to a similarly large neg-
ative value.

The attenuation of the transmitted signal is strongly fre-
quency dependent and so we normalise the data at each fre-
quency to a high percentile value of the field dependent data
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across all fields. This procedure avoids resonances in a refer-
ence spectra appearing in the normalised data and, minimising
the influence of this type of artifact. The data are further fil-
tered by applying a median line correction to correct small
variations in a scattering parameter at different frequencies
due to small drifts in the VNA electronics.

D. Simulations

Mean-field simulations were performed for a three-
dimensional lattice with the spin Hamiltonian, H , given in
(1), which consists of ferromagnetic exchange interactions (J‖
for bonds parallel to the x-axis, J⊥ for bonds perpendicular
to the x-axis), DM interaction for bonds parallel to the x-axis
(coupling constant D), easy-plane anisotropy (coupling con-
stant Ku) and Zeeman energy due to the main external field
appied along the z-axis (Hz) and an infinitesimal field parallel
to x-axis (Hx) to break the symmetry.10

H = −Jx

∑
i

Si · (Si+ŷ + Si+ ẑ) − Jyz

∑
i

Si · Si+x̂

−D
∑
i

(Si × Si+x̂) · x̂ + Ku

∑
i

(S x
i)2

−Hz

∑
i

Si · ẑ − Hx

∑
i

Si · x̂

(1)

In the mean-field approximation, local spin Si (with mod-
ulus S ) on the site i = (ix, iy, iz) ∈ [1, Nx] ⊗ [1, Ny]
⊗ [1, Nz] is subject to the mean field (molecular field)
He f f

i and the expectation value 〈Si〉 is given by 〈Si〉 =

S f (S |He f f
i |/(kBT ))He f f

i /|He f f
i | with f (x) = coth(x − 1/x).

He f f
i is given as a function of {〈S j〉} j and thus the mean field

theory yields a self-consistent equation for {〈S j〉} j.
The iteration procedure to seek for solution to this self-

consistent equation consists of the following steps: (i) prepare
an initial state {〈S j〉} j; (ii) calculate He f f

i for a given {〈S j〉} j;
(iii) update 〈Si〉 by S f (S |He f f

i |/(kBT ))He f f
i /|He f f

i |; (iv) re-
peat (ii) and (iii) until {〈S j〉} j converges. The updated series
of 〈Si〉 can be regarded as a kind of relaxation process.

For the present purpose, we focus on a transient time
domain, when the dislocations exhibit slow dynamics to
annihilation. We take as an initial state with Si =

S (cos(2πwiz/Nz), sin(2πwiz/Nz), 0) for iy ∈ [1,Nm] and Si =

S (cos(2π(w + 1)iz/Nz), sin(2π(w + 1)iz/Nz), 0) for iy ∈ [Nm +

1,Ny] with an integer Nm ∈ (1,Ny). We take (Nx,Ny,Nz) =

(200, 200, 5). The integer w denotes a winding number. Typ-
ically, it takes 10000 iterations to relax a state with a pair of
dislocation and 80000 iterations to annihilate the pair.

When presented with the projected components of the mag-
netization, the spacing between spins was taken as 0.575 nm
in x, and 1.21 nm in y.9

III. SIMULATION RESULTS

A. Numerical simulation of chiral soliton lattice dislocations

We begin by describing the expected behavior of edge dis-
locations formed in the chiral soliton lattice of a uniformly
thick sample of CrNb3S6. Here, we use the term ‘edge’ to de-
scribe the dislocation in its crystallographic sense, not in the
sample geometry one. To do this, simulations were performed
using a self-consistent mean-field approach to solving the spin
Hamiltonian10 with the magnetization formed from a three di-
mensional lattice of spins initialized with two dislocations. A
periodic system was defined with the c-axis along the x-axis,
with 200 spins in x and y, and 5 in z (see Fig. 1 for orien-
tation definitions). The magnetization parameters used were
D/J‖ = 0.16, J⊥/J‖ = 8, Hz/(J‖S ) = 0.01, H‖/(J‖S ) = 10−14,
and T/(J‖S 2) = 1, where S and T are the spin modulus, and
the temperature, respectively, and J‖ and J⊥ are the exchange
energy densities along the x-axis (parallel to the c-axis) and
perpendicular to it, respectively.

The magnetization distribution does not converge upon it-
eration of the calculations, indicating the dislocations are un-
stable and, instead, the dislocations approach one another and
eventually annihilate. In doing so, the spins forming the soli-
ton ‘untwist’ to lie parallel to one another in the direction of
the field, creating a region of more dilute CSL. The projected
magnetization components part way through this process are
depicted in the left hand column of Fig. 2 and are charac-
teristic of the general distribution. Oscillations in intensity
along the x-axis in Figs. 2(a) and (b) represent rotation of the
moment in the ab-plane along the c-axis, with 2π rotations
of the moment between successive peaks or troughs. At the
positions of the dislocations, the moment is predicted to ro-
tate in-plane to point along the c-axis, creating a non-zero x-
component of magnetization as shown in Fig. 2(c), similar to
that depicted in Fig. 1.

To enable comparisons with differential phase contrast
(DPC) measurements (discussed later), we display in the mid-
dle column of Fig. 2 the calculated integrated induction field
components in the plane of the sample that would be imaged
in the experiment, using the Fourier space approach to solving
the Aharonov-Bohm equation.23 With the electron beam trav-
elling along a path perpendicular to the film, DPC is insensi-
tive to the z-component of the magnetization. The projected
in-plane magnetization and induction will differ if the mag-
netization has any divergence.24 This is true for the disloca-
tions, so it is important to understand the differences between
the magnetization from the model and the measured induction
field from Lorentz microscopy. The magnetization divergence
is plotted in Fig. S1, and is accompanied by a detailed discus-
sion.22

The right hand column of Fig. 2 [Figs. 2(f)-2(h)] shows pro-
files along the lines in the surface plots [Figs. 2(a), 2(b), and
2(d)] along with fits to the data [thin black lines in Figs. 2(g)
and 2(h)] to estimate the feature widths. The y-component of
the magnetization [Fig. 2(b)] shows the anti-parallel config-
uration of the CSL and this is well mapped by the induction
field [Fig. 2(d)] at most locations, as indicated by the over-
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FIG. 2. CSL dislocation simulations with the field applied perpendicular to the c-axis. The left hand column [(a)-(c)] shows the projected
magnetization components in an untilted sample. The red arrows indicate the magnetization direction. The middle column [(d) and (e)] shows
the calculated integrated magnetic induction components that would be imaged by DPC measurements. The right hand column [(f)-(h)] shows
the profiles at the locations indicated by the colored lines in the surface plots. Dashed lines are M, dotted lines are B. The annotated dimensions
are widths, A, of hyperbolic tangent functions, tanh(2y/A) (black lines) fitted to the data. All data are presented in normalised units and with a
common color map.

lapping data in panel Fig. 2(f), with subtle differences in the
vicinity of the dislocations where there is some divergence of
the magnetization. However, the x-component of the mag-
netization [Fig. 2(c)] results from the presence of the dislo-
cation and is divergent in nature. Divergence of magnetiza-
tion results here from both the x-and y-components and re-
sults in magnetic field sources (H) which will make the pro-
jected magnetization and induction components differ. In this
case, the non-divergent magnetization dominates the contrast
in Fig. 2(d) which is only slightly different from Fig. 2(b),
whilst in Fig. 2(c) the magnetization is mostly divergent and
so, not unexpectedly, the contrast in Fig. 2(e) is quite different
from in Fig. 2(c). It can be seen that the contrast in Fig. 2(e)
is significantly reduced compared to Fig. 2(c) and that oppo-
site ends of the dislocation have distinctly different character.
These differences are shown in more detail in the difference
and histogram plots in Figs. S2 and S3,22 respectively.

For the magnetic configuration depicted in Fig. 2, the mo-
ment continually rotates between solitons [see the green and
blue lines in Fig. 2(f)], showing that the system may be re-
garded as a dilute CSL. However, in both the F-FM and CSL
phases, the spins in the ab-plane (the yz-plane of Fig. 1) are
parallel to all other spins within the same plane. A dislocation
in a CSL marks the location where the spins in the ab-plane
rotate between regions of different spin orientations, as shown
in Fig. 2 and, thus, they may be considered as a kind of domain
wall. As in normal ferromagnets, the domain wall width here
is predicted to be independent of the applied field strength,
and to be proportional to

√
J⊥/Ke f f , where J⊥ is the exchange

energy density in the yz-plane, perpendicular to the c-axis, and
Ke f f is the effective anisotropy which is determined by J‖, and
the DM interaction (D) and uniaxial anisotropy (Ku) strengths:

Ke f f = 2
(√

J2
‖

+ D2 − J‖
)

+ Ku.25

The wall width in this system is most naturally defined as
the distance over which the z-component of the magnetization
reverses. To extract this width, we fit hyperbolic tangent func-
tions to the data, as shown in Fig. 2(g), and find that the best
fitting parameters for the profiles are 7.95 nm down the center
of the soliton dislocation and 19.0 nm on either side of this.
Experimentally, we do not measure this component with DPC
imaging, however, it gives useful lengthscales. Therefore, to
be able to compare with experiment, the y-component of the
integrated induction at its position of maximum (or minimum)
strength, displaced laterally from the soliton center is used as a
measure of the dislocation width. By comparison of Figs. 2(a)
and (b), it is clear that this width will be much wider than the
distance over which the z-component of the dislocation mag-
netization, Mz, reverses. Line profiles of the y-components
of the magnetization and induction field at the positions in-
dicated by the dotted and dashed lines, respectively, in the
images in Fig. 2(b) and (d) are plotted in Fig. 2(h) and show
that a width parameter of either 17.8 or 35 nm is obtained
from the induction variation. At one end of the dislocation,
the effect of the H field due to the magnetization divergence
is low and the induction and magnetization profiles are very
similar, with a width profile of 17.8 nm. However, at the other
end there is a much larger difference due to the increased H



5

FIG. 3. Induction maps of dislocations at low (left column, 104 Oe) and high (right column, 2348 Oe) fields, measured using DPC imaging at a
temperature of 102 K. (a) and (d) show the component of the induction perpendicular to the field applied into the page, where the dislocations
are marked by a rotated red ‘⊥’ symbol. (b) Line profiles along the c-axis at positions indicated by the arrows in (a). (c) Induction profile
along the center of the low field dislocation, marked by the vertical arrow in (b). Soliton profiles parallel and perpendicular to the c-axis at
high field are shown in (e) and (f), respectively. The colored arrows in (d) and (e) indicate common locations, and are those of the matching
colored lines in (f). The data in (e) were produced from average of the region outlined with a green dashed line in (d). The dashed lines in (b),
(c) and (f) are fits to the data of sinusoidal and hyperbolic tangent functions. The lower (blue) line in (e) is the rotation rate of the high field
solitons. The dimension in (e) is the average over the three left-most solitons shown in (d), while that in (f) is the average of the two profiles
along the maxima (red) and minima (blue) of the high field dislocation. The errors quoted are from the fits to the data with an additional error
estimated from a calibration measurement, except in (e), where the value and error are the mean and standard deviation of the measurements
of the three solitons shown.

field created from the magnetization divergence and the width
is larger at 35 nm (see Supplemental Material22 for a detailed
discussion). In terms of the measured numbers, we see that
the smaller number of 17.8 nm is comparable to the y- and z-
components of the magnetization off center of the dislocation.

IV. EXPERIMENTAL RESULTS AND DISCUSSION

A. Direct observations of dislocations

To directly observe edge dislocations formed in the chiral
soliton lattice of CrNb3S6, the magnetization state of a thin
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FIG. 4. CSL deformation around the low field dislocation in the DPC data in Fig. 3(a). (a) Fourier filtered data. (b) Local CSL periodicity
obtained by fitting a sinusoidal function to overlapping 88 nm sections along each row of the filtered data. Note that the fitting width limits
the accuracy in close proximity to the dislocation, but otherwise accurately measures the magnitude and extent of the lattice distortion. (c) and
(d) show periodicity profiles from the average of the areas delimited by the similarly colored dashed lines in (b). The black line in (c) is an
exponential fit to the decay in period perpendicular to the c-axis, while the dimension in (d) is the approximate full width at half maximum
value of the distortion parallel to the c-axis.

(≤80 nm thick) lamella sample was investigated using DPC
imaging in a scanning transmission electron microscope. Un-
like Fresnel imaging (discussed later), DPC is an in-focus
Lorentz imaging technique26 and, with a known sample thick-
ness, allows us to quantitatively measure with high spatial res-
olution the sample magnetic induction, from which the mag-
netization state can be inferred. The dislocations, marked in
Fig. 3 by a rotated red ‘⊥’ symbol, are shown with a low (left
column) and high (right column) field applied perpendicular
to the c-axis. The measured x-components of induction (along
the c-axis) are shown in Fig. S4,22 and will be discussed later.
Unlike in the simulations, in the experiment, these disloca-
tions are metastable at low fields and can be made stable at
high fields by sample thickness modulation.

In the low field case, the stability of the dislocation may not
be captured in the simulation due to the finite size of the sam-
ple and periodic boundary conditions being imposed, which
limits the extent to which the soliton lattice can distort. In-
stead, the simulation may be more representative of a dilute
CSL phase. In the real system, the soliton lattice is dense at
low applied field values and gradual lattice deformation oc-
curs around the dislocation, as may be seen in Fig. 3(a). In
this case, the equivalence of dislocations and domain walls
is somewhat modified; instead of defining a wall between re-
gions of CSL and F-FM, the dislocation may be thought of as
defining regions of different soliton kink densities. The large

lateral size of the experimental sample means that there are
very many solitons and the addition or removal of one soliton
can be accommodated more easily through a gradual defor-
mation of the lattice.

Induction profiles parallel to the c-axis at the positions of
the arrows in Fig. 3(a) are plotted in panel (b), and the period
of the top and bottom series estimated by fitting sinusoidal
functions to the data. We use sinusoidal functions since the
field used here (104 Oe) is over an order of magnitude smaller
than the typical critical field, so the magnetization closely re-
sembles that of the helimagnetic phase expected from the sine-
Gordon model,27 the projection of the moment of which is si-
nusoidal.2 The CSL periodicity increases from 40 nm below
the dislocation to 52 nm above it, straddling the expected low
temperature CHM value of 48 nm, and reflects local distortion
of the lattice in the vicinity of the dislocation, as discussed
above. From the curvature of the solitons in Fig. 3(a), clearly
the lattice deformation is strongest near the dislocation and it
extends over multiple soliton periods in all directions.

To map spatially the lattice distortion parallel to the c-axis,
we Fourier filtered the data in Fig. 3(a) and then fitted sinu-
soidal functions to overlapping regions across the entire scan.
The results of this are shown in Fig. 4(a) and 4(b), where the
color map in the period data in Fig. 4(b) is centerd around
45.6 nm (grey), with blue indicating shorter periods, and red
longer ones. The magnetic lattice is most strongly modified at
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the location of the dislocation, as one would expect, but distor-
tion of the lattice extends for tens to hundreds of nanometers,
demonstrating the significant disturbance to the surrounding
lattice created by a single dislocation.

The period profiles from the average of the regions marked
by the dashed lines in Fig. 4(b) are shown in Figs. 4(c) and
4(d) for the directions perpendicular (magenta) and parallel
(green) to the c-axis, respectively. The full width at half max-
imum value of the distortion parallel to the c-axis is around
160 nm. To estimate the distortion lengthscale in the perpen-
dicular direction, we fitted a decaying exponential function
(black line) to the data (magenta) in Fig. 4(c) and extracted a
decay constant of around 114 nm.

The mean period value used in the above analysis was ex-
tracted from the average period profile perpendicular to the
c-axis shown in Fig. 4(c) by fitting the function a/(y− yo) + po
to the data, where a and yo are constants and po is the pre-
dicted period far from the dislocation. Such 1/y expressions
arise in models of stress in two-dimensional (2-D) crystals
with edge dislocations,28 but we use it in our one-dimensional
(1-D) magnetic lattice only to estimate the value of po in the
measurement. This mean value is also indicated by the dashed
black vertical line in Fig. 4(c). In the fit, we excluded the area
within 30 nm of the dislocation to avoid inaccuracies arising
from using the average profile.

The measured induction profile perpendicular to the c-axis,
along the center of the dislocation, is shown in Fig. 3(c). The
dislocation is approximately 60 nm wide and is much nar-
rower than the long range lattice distortion, reflecting the rel-
atively weak DMI strength compared to that of the uniaxial
anisotropy. This can be understood by considering that the
magnetization rotation rate reduces in the immediate vicinity
of the dislocation, increasing the DMI contribution to the en-
ergy, yet the moment remains very closely aligned with the
ab-plane throughout because of the larger uniaxial anisotropy
contribution to the energy of moments pointing away from the
easy-axis.

Equivalent induction plots for the high field case in which
the CSL is diluted by wide regions of slowly rotating moments
are shown in the right hand column of Fig. 3. At high fields,
dislocations are generally unstable in uniform thickness films,
consistent with the simulations, but can, as done here, be sta-
bilized by pinning them up against an energy barrier created
by an increasing sample thickness. In the sample images pre-
sented here, the thickness begins to increase to several hun-
dred nanometers from just below the bottom edge of the image
in Fig. 3(d) (see Fig. S5 for further details22).

The soliton profile parallel to the c-axis (black-line) and
the net moment twist rate (blue line) produced from the av-
erage of the data outlined with a green dashed line in Fig. 3(d)
are shown in Fig. 3(e). Here, the blue, green and red ar-
rows indicate equivalent points to those similarly marked in
Fig. 3(d) and the locations of profiles drawn in the same-
colored lines in Fig. 3(f) (discussed later). Since the mag-
netization at locations far from dislocations is free of diver-
gence, the saturation magnetization can be inferred directly
from the integrated induction from the DPC measurement
and is µoMs ≈ 0.07 − 0.1 T. This is similar to values re-

ported from selected area electron diffraction measurements
of lamella at 110 K of 0.086 T, corresponding to 1.5 µb/Cr,2

and of 1.9 µb/Cr9 in bulk samples at a temperature of 102 K.
The average trough to peak (blue to red arrow) distance is
∼19 nm, and is considerably narrower than half the ∼ 80 nm
full-width of the soliton, shown in Fig. 3(e), demonstrating
how the soliton structure is modified at high fields to reduce
the Zeeman energy. This can be seen in Fig. 3(e) by the asym-
metry of the induction gradient on each side of the maxima
or minima, matching that in the simulation [cf. Fig. 2(f)], and
appears as a narrower rotation between troughs and peaks in
the twist rate data when moving from left to right along the
graphs (between the blue and red arrows). The maximum rate
is ∼ 11◦/nm, which would give a period of only ∼33 nm if the
rate is maintained across the soliton. The region of faster rota-
tion will correspond to that in the sample where a component
of the moment points anti-parallel to the applied field which,
in this case, points into the page.

The three colored lines in Fig. 3(f) show the induction pro-
file across the dislocation, perpendicular to the c-axis, at the
points indicated by the arrows of the same color in Figs. 3(d)
and 3(e). The blue and red traces are those at the minima and
maxima, respectively, and show that the dislocation width is
∼2.5 nm. We note that while the dislocation did not change
appearance prior to, during, and after the measurement, we
cannot rule out the end of the dislocation being dynamic and
moving on a time frame below the exposure time, blurring the
features.

In addition to the dislocation stability, compared to the sim-
ulations, there are two key differences in the experiment. First,
the non-zero x-component of induction is not observed in the
experiment at low or high fields, as shown in Fig. S4.22 In
both cases, this may be in part because of the reduced sen-
sitivity of the imaging technique to this particular compo-
nent, as discussed above (see Fig. S222) and, potentially, be-
cause the dislocation may be dynamic (see Fig. S7, discussed
later22). At high fields, the dislocation may additionally be
modified by being pinned against a barrier. It is, however,
unclear why no x-component is seen at low field, but it may
be related to the dense nature of the lattice in the experiment
which would favour the moments remaining aligned with the
ab-plane. Second, the dislocation widths along the ab-plane
can be significantly modulated by the applied field strength,
from approximately 60 nm at low field to around 2.5 nm at
high field. Since these measurements are of the y-component
of the induction, the z-component of the magnetization rever-
sal width is very likely to be much smaller. These deviations
from the simulations open the possibility to reproducibly lo-
cate and stabilise normally unstable or metastable dislocations
and to modify their properties in ways not possible in uniform
thickness films.

B. Hysteretic chiral soliton lattice dislocation populations

The formation and subsequent movement of dislocations
is one means by which solitons may be nucleated or annihi-
lated15 and thus we may expect them to play a significant role
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FIG. 5. Hysteretic field dependent soliton density and dislocation
population in a CSL, obtained from Fresnel imaging of a thin-film
lamella at 20 K with the field, applied perpendicular the c-axis and
to the sample surface, swept in both the increasing (red labels) and
decreasing (blue labels) directions, as indicated by the arrows in the
right hand panels. 960×670 nm sections of the Fresnel images are
shown in the left hand panels, where dislocations are marked by ro-
tated red ‘⊥’ symbols, while statistics were gathered from a fixed
area of 2060×1540 nm.

in transitions to and from the F-FM and CSL phases. To inves-
tigate this, we observed the transition between these phases by
Fresnel imaging26 of a thin lamella sample of several microns
in size. The results of this are depicted in Fig. 5 and show
that the dislocation properties strongly depend on whether the
transition is from F-FM to CSL or vice versa. Solitons in the
Fresnel images in the left hand panels appear at high fields
as thin dark vertical lines on a variable intensity background
(occurring due to bend contours in the weakly curved sam-
ple diffracting intensity away from the detector by different
amounts), as shown by the black and white overlays in the
left hand column. Panels 1-5, labeled with a red font, show
the transition from the CSL phase to the F-FM one as the ap-
plied field strength increases from zero to the critical field, Hc,
while panels 6-8 (blue font) show the return to zero field. The
results of an analysis of this and data over an area five times
wider than that shown in the figure at intermediate fields to ex-
tract the field dependence of the soliton period, L(H), and dis-
location density are shown in the upper and lower right hand
panels of Fig. 5, respectively.

The CSL to F-FM transition (red symbols in Fig. 5) is char-
acterized at low fields by a relatively smooth, near-continuous
stepped increase in soliton period as solitons are removed
from the system in a stochastic process. At higher fields, there
are fewer solitons and removal of a single soliton has a pro-
portionally larger effect, resulting in increasingly large jumps
in period. Importantly, very few dislocations form across the
entire phase transition. This suggests that expulsion of soli-
tons from the system is a coherent process that maintains the
long range lattice order, and that the energy barrier to annihi-

lation is relatively low. These observations are consistent with
reports of annihilation occurring due to ‘unzipping’ of soli-
tons as the result of the formation and rapid movement of a
dislocation perpendicular to the c-axis,15,29 and with our ob-
servations of dislocation movement, discussed later.

The F-FM to CSL transition (blue symbols in Fig. 5) shows
markedly different behavior; the system remains in the F-FM
phase until the field is reduced to around 0.55 Hc (labelled
point 6), at which field a high number of solitons appear as the
phase changes from a ‘supercooled’ F-FM phase to a CSL one
with a similar periodicity to that at the same field in the oppo-
site transition direction, but with very many dislocations. The
number of dislocations remains relatively high throughout the
transition to the CSL phase at a near-zero field, gradually re-
ducing in number as the field is decreased and metastable dis-
locations are removed and new solitons enter the lattice.

We note that a few solitons remain at near-zero field in the
decreasing branch, indicated by point 8 in Fig. 5. The ap-
plied field strength at this point was set by the residual field of
the transmission electron microscope objective lens and was
around 100 Oe. However, when the field polarity is swapped,
equivalent to point 1 in Fig. 5, the dislocations disappear and
the ideal CSL is obtained. This picture is consistent with the
behavior observed in ferromagnetic resonance (FMR) exper-
iments (discussed later) when sweeping the field applied to a
sample in the F-FM state through zero.

Our direct observations via Lorentz TEM (at a lower tem-
perature 20 K) strongly supports the picture obtained based on
the magnetoresistance data already reported in samples with
similar dimensions.13 In smaller volume samples, different re-
sults are obtained. When the sample is reduced in size by
crystallographic chirality,13 soliton dislocations appear at the
edge of the sample and move inwards, towards a step increase
in thickness, as shown in Fig. S6.22 Because of the small vol-
ume and the stabilizing effect of the thickness step, the num-
ber of nucleation sites is reduced and more symmetric behav-
ior with respect to the field cycle is seen in the dislocation
densities. Crystal lattice grain boundaries have been shown
to influence topological magnetic configurations in other chi-
ral systems [see Ref. [3] of Supplemental] and may also play
some role here (see [22] for further discussion).

This sample size dependent hysteretic behavior is similar to
that observed in magnetoresistance and magnetic torque mea-
surements on micron-sized samples12,13 and suggests there is
a significant energy barrier to initial soliton nucleation. This
is consistent with recent modeling efforts which predict that
the transition from a supercooled F-FM to CSL phase occurs
in small samples by the creation and penetration of solitons
from the edge of the sample15, and that a barrier of magnitude
(4/π2 ≈ 0.4)Hc is formed by twists of the magnetization at
the surface of the sample from which they enter.30 We note
this value is similar to the one we observe in the TEM data
in Fig. 5 of 0.55 Hc, and that the precise value will vary with
sample-dependent demagnetization effects.30

In all but the smallest samples, the process of solitons en-
tering the system may occur from several edges or nucle-
ation points, depending on the local demagnetization field31

and, where the CSL lattices meet, metastable dislocations
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may form. Evidence of dislocation instability is shown in
Fig. S7,22 which demonstrates that dislocations in CrNb3S6
at a constant temperature and under a constant applied field
exhibit slow dynamics, on the order of seconds, similar to ob-
servations of dislocations in the helimagnetism of FeGe.29

C. Resonance properties of the chiral soliton lattice

In addition to dislocations exhibiting slow dynamics, one
might expect them to also influence the fast magnetization
dynamics of the system. However, since the volume and co-
herence of the dislocations will be relatively small, the direct
effect will most likely be limited to modification of the res-
onance linewidth, as is predicted to occur in non-chiral fer-
romagnets with crystal defects.32 Instead, we expect that the
dominant effect of dislocations will be the indirect one, where
the presence or movement of dislocations may either medi-
ate the creation or indicate the presence of multiple CSL and
F-FM regions within the sample, depending on the sweep di-
rection, as discussed in the previous section. In addition, dis-
locations may also define multiple regions of dense lattices
between which exist relative periodicity and phase changes in
the rotation of the moment.

To probe the microwave frequency dynamics of the mate-
rial in its different phases, we performed ferromagnetic reso-
nance (FMR) measurements on a sample with a 50 µm long
chiral axis at 50 K in a custom system14 comprising a vec-
tor network analyser coupled to a broadband waveguide (see
Fig. S8 for further details22). FMR data recorded while the
field was swept from +0.2 T to -0.2 T, after normalisation and
processing, is shown in Fig. 6(a). To aid interpretation of the
complex spectra, the main resonance branches are highlighted
in the sketch overlay shown in Fig. 6(b). In the following, we
will restrict our discussion to the main features of the FMR
data. A more detailed FMR study is reported elsewhere.33

The general FMR features are similar to those reported pre-
viously from a smaller sample with with the dc field applied
perpendicular to the c-axis,14 with Kittel-like modes with a
square-root of frequency dependence34 at high field magni-
tudes (& 150 mT) when the sample is in the F-FM phase, and
asymmetric CSL-phase resonances at lower fields. The multi-
ple F-FM resonances are related to the existence of a size de-
pendent inhomogeneous demagnetization field.31 In the larger
sample used here, the CSL modes resemble a rotated sigmoid
and the resonances are more complex, with the number of res-
onance branches varying greatly as the field is swept and the
magnetization transitions between different phases.

The end of a clear single domain F-FM phase with decreas-
ing field occurs around +136 mT, while the transition from
the CSL phase to a the F-FM one occurs at -156 mT, as indi-
cated in the figure annotations. Due to the FMR sample being
much larger than the sample used for the dislocation density
measurements shown in Fig. 5, the critical F-FM fields mea-
sured in the FMR sample are relatively similar. However, they
are not identical, and the discrepancy of the values is ascribed
to the existence of the surface barrier in the sample, as dis-
cussed in the literature.15,30 Only in bulk samples (0.1-1 mm

FIG. 6. Ferromagnetic resonance measurements on a specimen with
a 50 µm long chiral axis at 50 K as the dc applied field is varied
from +0.2 T to -0.2 T in 1 mT steps, showing how the dynamic mag-
netic properties are influenced by the magnetic phase. (b) A sim-
plified sketch of (a) where the lines pick out the main resonance
branches. The vertical arrows highlight examples where multiple
branches jump in frequency together. The field region marked by an
‘*’ has mixed characteristics and is discussed in the main text.

along the c-axis)35 are discretisation related hysteresis effects
absent.

The co-existence of CSL and F-FM regions in the F-FM to
CSL transition is readily apparent from the overlapping Kittel-
like and CSL-like resonances at positive fields below 136 mT.
The collective resonance properties of each of these regions
will be determined by the region size and on the surround-
ing magnetization state which, in turn, are defined in part
by the dislocation distribution. The dislocations may act as
pinning sites or spin wave scatterers through distortion of the
lattice, which at low fields can extend over 100 nm in range
[see Fig. 4(b)]. Indeed, modeling of collective resonances in
a confined CSL shows that the boundary conditions of the lat-
tice and its soliton chain length influence the resonance fre-
quency,36 with lower pinning fields and shorter chains having
lower frequencies. We may thus tentatively ascribe the multi-
ple low amplitude and low frequency FMR branches observed
here to a combination of a distribution of different CSL chain
lengths, CSL region sizes and boundary conditions, and F-
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FM regions, all defined by dislocations; in effect, the sample
may be partitioned into smaller magnetic regions, each with
a different low amplitude precessional mode. As the field is
reduced, the progression of dislocations through the system
modifies the local boundaries of the effective volumes con-
tributing to a given mode. In this picture, when one or more
dislocations defining a region vanishes, the small amplitude
resonances from the associated volumes increase in frequency
or disappear altogether while simultaneously increasing the
amplitude of the main CSL modes. The sharp, step-like na-
ture of the frequency change and the high degree of synchro-
nisation (e.g. aligned jumps in frequency marked by verti-
cal arrows in Fig. 6) is consistent with the dislocation gener-
ation and movement which, as discussed earlier, occurs very
rapidly in uniform thickness samples. Only when a small neg-
ative field is reached are all dislocations are finally removed
from the system, consistent with the TEM data in Fig. 5, leav-
ing it in the ordered CSL phase with a macroscopic coherence
length, and only the main CSL resonance modes are observed.

Because the expulsion of solitons from an ordered CSL
phase is a coherent process which maintains long range lat-
tice order, only modes characteristic of a single domain CSL
phase are observed until relatively large negative fields are ap-
plied and, consequently, the CSL to F-FM transition is much
sharper. At fields just above the CSL to F-FM critical field
there occurs a small and gradual redistribution of resonance
intensity from the main CSL resonance to lower frequency
branches [marked by an ‘*’ in Fig. 6]. While the origin of this
behaviour is unclear, it is interesting to note that a small num-
ber of dislocations are observed in the equivalent TEM data
at this stage of reversal (see Fig. 5) and, thus, these may also
influence the formation of CSL and F-FM regions in the CSL
to F-FM transition.

Quantization effects and the macroscale coherence of the
CSL phase are key properties of the CrNb3S6 system for po-
tential application in areas of spintronics and nanomagnetism
and, so, it is important that further theoretical work is per-
formed to understand in greater detail the role of disorder in
these effects and also the influence of surface spins on this
interesting and highly configurable magnetic system.

D. Guided motion in dislocation mediated phase transitions

Finally, evidence for field driven dislocation movement
modulating CSL growth is presented in the Fresnel images
of the magnetic state at different stages of the F-FM to CSL
phase transition depicted in Fig. 7. Dislocations, marked by
the rotated red ‘⊥’ symbols, move upwards following the
black arrows as the field is decreased in Figs. 7(a)-7(c), en-
larging the CSL area. In following the lowest energy path, the
dislocation movement allows each soliton to follow the sur-
rounding lattice in a ‘guided’ manner, irrespective of crystal
thickness. Interestingly, this guided movement persists even
in very dilute CSL phases, as shown in Fig. S9.22 Just as large
crystal thickness steps stabilize dislocations, this field driven
guided dislocation motion may be made possible by the thick-
ness modulation in gradually tapered samples such as that in

Fig. S9,22 further demonstrating the robust nature of solitons
in CrNb3S6 and the ability to tailor their properties through
changes in sample morphology. Control of the dislocation po-
sition and the size of the CSL phase in this way may be ex-
ploited in device applications such as in guiding microwave
fields or in field dependent microwave attenuators.

FIG. 7. Fresnel imaging of solitons running vertically in a thin
lamella, showing unidirectional guided motion of soliton disloca-
tions (rotated red ‘⊥’ symbols) in response to a decreasing (a)-(c)
applied magnetic field during the F-FM to CSL phase transition. The
two different background intensities are due to thickness variations
in the sample.

V. CONCLUSIONS

We have experimentally characterized the magnetization
in the CrNb3S6 system at multiple length scales, from
nanometer-scale resolved DPC images of chiral soliton lat-
tice distortion at dislocations, through micron-scale Fresnel
imaging of dislocation populations and the lattice parameter
during magnetization reversals, to the tens of microns scale
with FMR measurements of the dynamic magnetization prop-
erties. The formation and movement of soliton dislocations is
found to mediate the formation of F-FM and CSL regions and
this can be highly hysteretic. The dislocations strongly influ-
ence the magnetization reversal and the resulting coherence
of the magnetic configuration, knowledge of which is critical
to understanding and controlling the magnetization properties.
Sample morphology is found to play a key role in stabilizing
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normally unstable or metastable dislocations and allows the
magnetic properties to be controlled and modified far beyond
that predicted for a uniform sample, potentially allowing the
use of the tunable emergent nano-channels of field-polarized
spins in device applications.

Original data files are available from the University of Glas-
gow Enlighten: Research Data repository [37].
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