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Selective phase growth and precise-layer control
in MoTe2
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Minor structural changes in transition metal dichalcogenides can have dramatic effects on
their electronic properties. This makes the quest for key parameters that enable a selective
choice between the competing metallic and semiconducting phases in the 2D MoTe2 system
compelling. Herein, we report the optimal conditions at which the choice of the initial seed
layer dictates the type of crystal structure of atomically-thin MoTe2 ﬁlms grown by chemical
vapour deposition (CVD). When Mo metal is used as a seed layer, semiconducting 2HMoTe2 is the only product. Conversely, MoO3 leads to the preferential growth of metallic 1T′MoTe2. The control over phase growth allows for simultaneous deposition of both 2H-MoTe2
and 1T′-MoTe2 phases on a single substrate during one CVD reaction. Furthermore, Rhodamine 6G dye can be detected using few-layered 1T′-MoTe2 ﬁlms down to 5 nM concentration, demonstrating surface enhanced Raman spectroscopy (SERS) with sensitivity
several orders of magnitude higher than for bulk 1T′-MoTe2.
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hemical vapour deposition (CVD) has become a key
method for the universal growth of high-quality atomically
thin transition metal dichalcogenides (TMDCs)1–3. Cheap
in design and scalable to industry level, even in basic laboratory
settings, a CVD apparatus holds promise for a wider acceptance of
TMDCs in future applications. While MoS2 and MoSe2 fewlayered ﬁlms grown by CVD tend to invariably display only
hexagonal structures, the less prominent MoTe2 occurs in two
polymorphic modiﬁcations4. The hexagonal (2H-MoTe2) polymorph (Fig. 1a) in bulk form is an indirect-gap semiconductor
but thinning it down to few-layers leads to the emergence of a
direct bandgap of 1.1 eV5. This bandgap opening is accompanied
by a strong photoluminescence signal in the near IR region
(similar to Si), which makes 2H-MoTe2 a viable candidate for
optoelectronic devices6–8. Prototype photodetectors based on fewlayered 2H-MoTe2 have been suggested to become a future integrative part of silicon photonic applications8–10. Conversely, the
monoclinic 1T′-MoTe2 polymorph (Fig. 1b) is a Weyl semi-metal
in the bulk form. Since the discovery of topological superconductivity and large magnetoresistance in this compound it
has been the subject of comprehensive fundamental research11–14.
In addition, 1T′-MoTe2 has been highlighted as an emerging
energy material with applications ranging from photovoltaic cells
to hydrogen evolution catalysis15–17. Furthermore, few-layered
1T′-MoTe2 may become a promising sensing platform enabled
through its ability to suppress ﬂuorescence signals which often
prevents reliable detection of Raman scattering from negligible
traces of molecules18.
In this context, polymorphism in MoTe2 presents an interesting opportunity to exploit the role of crystal structure on the
electronic properties without the need for compositional change:
a useful feature especially if the polymorphism can be controlled.
However, unlike MoS2 and MoSe219,20, which rely on selfassembly by a van-der-Waals epitaxy (vdWE) process21, the low
electronegativity of Te presents a signiﬁcant challenge for the
deposition of atomically thin MoTe2 by CVD. Despite the recent
encouraging attempts22,23, the tantalizing task of ﬁnding the
ultimate set of empirically-determined parameters (gas ﬂow rates,
H2/Ar ratio, substrate temperatures, heating/cooling rates), which
can enable a controlled self-assembly of uniform and high-area
MoTe2 by vdWE remains elusive.
Direct tellurization CVD has emerged as a viable alternative to
vdWE for achieving continuous and high-area growth of
MoTe224–27. The process relies on a reaction (facilitated by the

a

reductive ﬂow of H2) between Te vapour and an atomically thin
seeding layer (commonly Mo-metal) pre-deposited on a substrate. However, the pronounced polymorphism in MoTe2 makes
the control of the reaction outcome extremely difﬁcult. At
deposition temperatures in excess of 600 °C (which are required
for achieving high-quality products) both the semiconducting
2H-MoTe2 and the semi-metallic 1T′-MoTe2 polymorphs are in
direct competition with each other at the substrate interface22,28.
Through optimisation of reaction conditions it is possible to
induce growth of a speciﬁc polymorph: for example, high
ramping and cooling rates tend to produce 1T′-MoTe2 while
slower cooling rates and lower reaction temperatures generally
lead to 2H-MoTe2. However, this implies that the simultaneous
growth of both 1T′-MoTe2 and 2H-MoTe2 would be impossible
to achieve on the same substrate in a single step when the same
seed layer is used. In practice, a post-growth modiﬁcation, such
as patterning, followed by a second CVD step is required28,29.
Multiple-step procedures are unpractical from a future industrial
applications point of view and therefore, ﬁnding a protocol for
the preferential growth of both MoTe2 polymorphs on the same
substrate and through a single step procedure is important.
In this work, we report the growth of large-area and homogeneous ﬁlms of few-layered 1T′- or 2H-MoTe2 by CVD on SiO2/
Si and sapphire substrates using FeTe2 precursor. At the
deposition temperature of 650 °C the outcome of CVD is governed by the nature of the seeding layer with MoO3 yielding
1T′-MoTe2 and Mo leading to 2H-MoTe2. This allows for the
simultaneous growth of 1T′- and 2H-MoTe2 to be achieved on
the same substrate in a single step CVD reaction. The successful
growth is evidenced by Raman spectroscopy, atomic force
microscopy (AFM), X-ray photoelectron spectroscopy (XPS),
transmission electron microscopy (TEM) and total colour difference microscopy techniques. Furthermore, few-layered ﬁlms of
the metallic 1T′-MoTe2 phase shows sensing ability towards the
detection of small molecules. Speciﬁcally, the common dye
Rhodamine 6G (R6G) can be detected down to a 5 nM concentration on few-layered ﬁlms, which is a signiﬁcant improvement when compared with bulk 1T′-MoTe2.
Results
CVD growth of few-layered 2H-MoTe2 using Mo seeding
layers. A CVD system (Fig. 1c) was designed and implemented to
minimize the effect of the turbulence of the gas ﬂow within the
reactor and to keep the reaction conditions as close to equilibrium
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c
FeTe2
Fig. 1 Polymorphs of MoTe2 and CVD setup. Crystal structure and polyhedral coordination of 3-layered hexagonal 2H-MoTe2 (a) and monoclinic
1 T′-MoTe2 (b); A schematic of the CVD setup employed in this work (c). The temperatures of 630 °C and 650 °C stand for the temperature of
the precursor source and substrate, respectively.
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Fig. 2 Surface characterisation of 2H-MoTe2 ﬁlms. AFM measurement over the 5 μm × 5 μm area and a representative 2D topographic proﬁle of the
interface between few-layered 2H-MoTe2 and SiO2/Si substrate (a); the variation in height between the ﬁlm and the substrate measured on a six-layered
MoTe2 ﬁlm from Fig. 2a (b); 2D topographic proﬁle of a 5 μm × 5 μm area from a few-layered MoTe2 ﬁlm on SiO2/Si substrate (c); 532 nm Raman
spectrum from a typical six-layered 2H-MoTe2 on 300 nm SiO2/Si (d).

as possible (see “Methods” section). FeTe2 was selected as precursor due to a simple synthetic procedure, which involves
reacting a stoichiometric mixture of Fe and Te powders in 5% H2/
Ar ﬂow in a silica or alumina boat resulting in single phased
FeTe2 at 500 °C even without intermediate regrinding (Supplementary Fig. 1). Furthermore, according to TGA (Supplementary
Fig. 2) the appreciable decomposition of FeTe2 starts only above
600 °C. Therefore, the FeTe2 precursor can be placed in close
proximity to the substrate.
A typical AFM image of a MoTe2 ﬁlm obtained by conversion
of a 1 nm thick Mo ﬁlm (deposited by electron beam evaporation,
see “Methods” Section) on a SiO2/Si substrate at 650 °C using
30 mg FeTe2 as a precursor is shown in Fig. 2a. The height proﬁle
collected at the step-edge between the ﬁlm and the substrate
corresponds to 4.1 nm (Fig. 2b). Based on the assumption that a
monolayer of MoTe2 should be ca. 0.7 nm thick (based on the
length of the c-parameter in MoTe2 according to synchrotron Xray diffraction studies)30 we estimated that the resulting ﬁlm
contains six MoTe2 layers. A typical AFM image for this sixlayered MoTe2 across a scan area of 5 μm × 5 μm is shown in
Fig. 2c. The measured root mean square surface roughness, Rq =
0.6 nm is in excellent agreement with the Rq = 0.6 nm observed
on the initial 1 nm Mo ﬁlm (Supplementary Fig. 3a). These
roughness values are only marginally higher than that measured
on a SiO2/Si substrate with Rq = 0.45 nm (Supplementary
Fig. 3b).
The in-plane E12g-mode peak at ca. 234 cm‒1 and a small outof-plane A1g-mode peak at ca. 174 cm‒1 in the Raman spectra of
the ﬁlm conﬁrmed that the 2H-MoTe2 polymorph is formed
(Fig. 2d) while the wide range spectra conﬁrmed that the ﬁlms are
free from MoO3 and MoO2 (Supplementary Fig. 4). The weak
peaks at ca. 138 and 185 cm−1 are second-order Raman modes, as
have been reported elsewhere31. The ﬁlm is single-phase and
uniform 2H-MoTe2 across the entire substrate as evidenced from

the perfect overlap of numerous spectra collected on the ﬁlm at
various locations across the substrate. Raman mapping based on
the intensity of the E12g mode also conﬁrms the uniformity of the
CVD grown ﬁlm (Supplementary Fig. 5). In addition, the fewlayered character of the grown 2H-MoTe2 ﬁlm was evident from
the prominent phonon-active out-of-plane B12g peak at ca. 289
cm−1 (Raman active in few-layered MoTe2 but inactive in bulk).
The high-resolution XPS spectra of the six-layered 2H-MoTe2
on SiO2/Si exhibit spin-orbit doublets for two oxidation states
(Supplementary Fig. 6a). The dominant doublet peaks at EB =
228.12 eV and EB = 231.2 eV can be assigned to Mo4+ 3d5/2 and
Mo4+ 3d3/2 oxidation states for 2H-MoTe2, respectively. The
doublet upshifted to higher binding energies consists of a weak
shoulder at EB = 232.5 eV (Mo 3d5/2) and a broad feature at EB =
235.71 eV (Mo 3d3/2), which are consistent with the binding
energies expected for the molybdenum oxidation states in
MoO332,33. The oxidation peaks have been reported in literature
before and are probably due to minute surface oxidation in
ambient air during transfer to the XPS34. The tellurium 3d
spectrum displays a single doublet at EB = 572.75 eV (Te 3d5/2)
and EB = 583.12 eV (Te 3d3/2) corresponding to MoTe2 only
(Supplementary Fig. 6b) suggesting that oxidation takes place
only on Mo sites. In addition, by comparing our measurements
with reference values35, an upshift to higher binding energies of
0.12 eV for Mo 3d5/2 and a downshift of 0.35 eV for Te 3d5/2
peaks are observed, suggesting a net electron transfer from Mo to
Te atoms. The rather moderate shift is in line with expectation
given small differences in electronegativity between Mo and Te
(ΔχTe-Mo = 0.3). In the survey spectrum (Supplementary Fig. 6c),
the Si peak arising from the substrate indicates that the beam
penetrated through the entire ﬁlm down to the SiO2/Si substrate.
That means the ﬁlm is probed by XPS completely and since there
is no evidence of Mo-metal peaks in the spectra, this suggests that
the Mo seeding layer is completely converted into MoTe2.
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Transmission electron microscopy was used to assess the
crystallinity of a six-layered ﬁlm transferred onto Au grids
(Supplementary Fig. 7a). The selected area electron diffraction
conﬁrmed the ﬂake’s polycrystallinity, which manifested as a
sequence of diffraction rings rather than spots. At higher
magniﬁcation the crystal structure is evident (Supplementary
Fig. 7b), including a moiré fringe effect between crystal layers
lying towards the centre of the image, and indicating a
polycrystalline structure that is conﬁrmed by a Fourier transform
with multiple sets of hexagonal spots. Energy Dispersive X-ray
Spectroscopy spectrum is dominated by Mo, Te and Au (support
grid) peaks (Supplementary Fig. 8). Very weak Fe, C, Al and Si
peaks are visible, at trace levels consistent with secondary
scattering within the microscope which excludes any Fe-doping
within the MoTe2 ﬁlms.
Since the spectroscopy and microscopy data conﬁrmed the
ﬁlms grown on SiO2/Si as uniform, single-phase 2H-MoTe2,
we additionally tested the method by growing MoTe2 on a
sapphire substrate. The positions and relative intensities of the
peaks in the Raman spectra for the six-layers ﬁlm grown on a
sapphire substrate is similar with the ﬁlms deposited on SiO2/Si
conﬁrming the successful growth of semiconducting 2H-MoTe2.
However, the absolute peak intensities were found to be weaker
relative to the base line (Supplementary Fig. 9) when compared
with ﬁlms on SiO2/Si (Fig. 2d). For example, the peak associated
with the E1g-mode is unresolved due to the higher background.
The subdued intensities are due to the transparency of the
sapphire substrate to laser light31, which is in line with the
previous observations for a 2.1 nm MoTe2 ﬁlm obtained on
sapphire by physical vapour deposition36.
Controlled growth of 2H-MoTe2 with different thicknesses. To
the best of our knowledge all previous reports on MoTe2 have
been focused on one-off few-layered samples with only one report
available where ﬁlms with different thicknesses can be grown in
the same CVD setup37. Therefore, we carried out the deposition
process with the reaction parameters kept identical except for the
thickness of the seeding Mo layer. Five Mo ﬁlms with thicknesses
of 0.75, 1, 1.25, 1.5 and 1.75 nm were deposited by thermal
sputtering and then converted into MoTe2.
The graph in Fig. 3a shows the correlation between the
thicknesses of the initial Mo ﬁlm and the thickness of the
resulting MoTe2 as measured by AFM. The relevant 2D
topological AFM images of the interface between the ﬁlms and
the substrates are shown in Supplementary Fig. 10 while the
height proﬁles for the ﬁlms studied are summarized in
Supplementary Fig. 11.
It is evident that the number of MoTe2 layers (as before, under
assumption that 1 MoTe2 layer corresponds to ca. 0.7 nm) follows
a clear trend line with the increase in the thickness of the initial
Mo ﬁlm. Conversely, there is no trend in the roughness of the
ﬁlms with increased thickness (Supplementary Fig. 12) suggesting
that the produced ﬁlms are similar in terms of their morphologies, as also can be seen from the 2D topographical images
depending on ﬁlm thicknesses (Supplementary Fig. 13). The AFM
measurements conﬁrmed that the samples at the studied
thicknesses showed root mean square surface roughness (Rq)
values below 1 nm, thus, indicating that the surfaces of the ﬁlms
were smooth and uniform and comparable with the original Mo
seeding layer. The similarity of morphologies suggests an
isomorphic transformation of the molybdenum layer into MoTe2.
To test whether the same transformation can be achieved we
carried out control CVD experiments by using elemental Te as
source instead of FeTe2. Changing FeTe2 to Te leads to a different
outcome of the reaction upon conversion of 1 nm Mo ﬁlm to
4

MoTe2. From the optical microscopy the resulting product is
visually inhomogeneous and discontinuous while the surface
morphology appears to consist of grains or islands (Supplementary Fig. 14). The result is similar to a recent report that showed a
substantial increase in the surface roughness of 2H-MoTe2
compared with the initial Mo ﬁlm when elemental Te was used25.
We explain that the smooth surface of the ﬁlms is retained when
FeTe2 is used due to slow heating and cooling rates of 5 °C min−1,
which are possible to apply due to the low vapour pressure of Te
over the FeTe2 precursor or/and lower Te2– oxidation state. The
slow rates may have helped to obtain smooth ﬁlms by suppressing
any differences in thermal coefﬁcients between ﬁlm and substrate,
which would otherwise lead to rupturing of the ﬁlm. It should be
mentioned that in an attempt to test the suitability of FeTe2
precursor for the growth of thicker ﬁlms we converted 5 nm thick
Mo seeding layer into MoTe2 as well. Although the resulting ﬁlms
consisted solely of 2H-MoTe2 there are unusual spots as evident
from optical microscopy (Supplementary Fig. 15). Raman
mapping was used to probe into nature of these spots which
revealed that they consist of elevated islands of 2H-MoTe2 as
evident from the higher intensity of the E12g-peak (Supplementary Fig. 15 insert).
Figure 3b shows the 532 nm laser Raman spectra collected on
a range of 2H-MoTe2 ﬁlms with a different number of layers.
Earlier work on exfoliated ﬂakes of 2H-MoTe2 has shown that
the B12g/E12g peak intensity ratio could be a useful parameter
for rapid evaluation of ﬂake thickness as it correlates directly
with the number of layers within 2H-MoTe238. Although the
presence of the B12g peak in Raman spectra of CVD-grown fewlayered MoTe2 ﬁlms has been shown by various groups; to the
best of our knowledge there are currently no reports where the
B12g/E12g peak heights ratio vs. ﬁlm thickness has been
systematically investigated for CVD-grown few-layered MoTe2
ﬁlms. The B12g/E12g peak height intensity ratios depending on
the ﬁlm thickness are plotted in Fig. 3c. In addition, the analysis
of the B12g and E12g peak positions (broadly following the B12g/
E12g peak height ratio) is plotted in Fig. 3d showing that there is
a distinctive trend with the ﬁlm thickness. Both plots are in
good agreement with layer thicknesses determined by AFM and
collaborate well with the results based on available literature
data for few-layered MoTe2 obtained by mechanical
exfoliation38.
As the ﬁlm thickness and number of MoTe2 layers increases,
the intensity of B12g peak tends to decrease (Fig. 3d). However,
there is a certain limitation for a simple evaluation of the number
of layers by Raman spectroscopy: as the intensity of B12g peak is
getting suppressed, the B12g/E12g peak height ratio tends to
plateau and becomes a relatively insensitive parameter for ﬁlms
with more than seven layers. We found that optical microscopy
can be a useful tool for assessing thicker ﬁlms (Supplementary
Note 1). Therefore, we investigated the optical contrast difference
(Cd) between the substrate (CS) and the MoTe2 ﬁlm (CF) by
measuring the few-layered MoTe2 samples using a cut-off ﬁlter
(Supplementary Fig. 16). This procedure is similar to daylight
illumination with the colour temperature of 6500 K equivalent to
overcast daylight. As evident from the plot in Supplementary
Fig. 16e, the splitting into R, B, G channels was necessary in order
to see a trend with the thickness. The green channel tended to
give the most reliable correlation between the optical contrast
difference (Cd) for several ﬁlms tested while blue and red
channels saturated quite quickly. It is noteworthy that the optical
microscopy appears to be a complementary technique for Raman
spectroscopy as the Cd values continue an upward trend even
when the number of layers is more than eight. The representative
colour optical images showing the interface between the 300 nm
SiO2/Si substrate and all MoTe2 ﬁlms together with the
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Fig. 3 The role of ﬁlm thicknesses on Raman spectra. The correlation between the thickness of the thermally evaporated Mo ﬁlm and the resulting fewlayered MoTe2 on 300 nm SiO2/Si substrate. Errors are based on n = 6 independent points (a); 532 nm Raman spectra depending on number of layers in
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corresponding grayscale images of RGB channels are summarized
in Supplementary Fig. 17.
While the contrast between the substrate and the ﬁlm tends to
give quite good results in the case of CVD-grown ﬁlms, it is not
always possible or practical (for example, in upscale applications)
to measure contrast in comparison with the substrate. However,
2H-MoTe2 showed a tendency to have variation in colour
depending on the number of layers. Therefore, we developed a
practical colour palette, which could be used for a rapid
assessment of the thicknesses of 2H-MoTe2 ﬁlms from optical
microscopy (Supplementary Fig. 18). Depending on ﬁlm thickness and nature of the irradiated light ranging from the
“incandescent” 2300 K to “daylight” 6500 K there is a strong
colour difference with the ﬁlm thickness. Furthermore, using the
intensity of the green channel we were able to produce a simple
numerical plot which shows a very good correlation with the
number of layers within MoTe2 (Supplementary Fig. 16f).
Growth of few-layered 1T′-MoTe2 using MoO3 seeding layers.
1T′-MoTe2 was grown within the same CVD setup and under
identical reaction conditions as 2H-MoTe2, except MoO3 was
used as a seeding layer instead of Mo. Figure 4a, b show a 2D
topographic AFM image and the corresponding height proﬁle
collected at the step-edge between the MoTe2 ﬁlm and the substrate. The ﬁlm thickness corresponds to four layers of MoTe2
under the assumption of roughly 0.7 nm for one layer of MoTe2.
The thickness is comparable with the initial MoO3 ﬁlm (Supplementary Fig. 19). The roughness of the MoTe2 (Rq = 0.480
nm) ﬁlm (Fig. 4c) and initial thermally deposited MoO3 (Rq =
0.484 nm) seeding layer (Supplementary Fig. 20) are identical
when compared across scan areas of 5 μm × 5 μm. This indicates

an isomorphic transformation of MoO3 into MoTe2 and suggests
that the conversion is dictated by the quality of the initial seeding
ﬁlm and the reaction conditions are at optimal level.
Raman spectroscopy conﬁrms that 1T′-MoTe2 phase has been
successfully grown39, with several characteristic Raman peaks
present between 50 and 400 cm−1: Ag modes at ~80, ~108, ~125
and ~161 cm‒1, a Bg mode at ~186 cm−1 and two ﬁnal Ag modes
at 251 and 265 cm−1 respectively (Fig. 4d). The near identical
peak positions and intensities of the peaks in the Raman spectra
taken at 12 different locations across the ﬁlm indicates the highquality and uniformity of the 1T′-MoTe2 ﬁlms produced. Raman
mapping based on the intensity of the characteristic Ag mode at
161 cm−1 reafﬁrms that the 1 T′-MoTe2 ﬁlms are uniform
(Supplementary Fig. 21). Raman spectroscopy also reveals that
the entire MoO3 ﬁlm was completely converted to MoTe2 as the
resulting spectra do not display any peaks associated with MoO2
and MoO3 (Supplementary Fig. 22).
The crystallinity of a 4-layered ﬁlm was investigated using
High Resolution Transmission Electron Microscopy (HRTEM)
and Selected Area Electron Diffraction (SAED) as demonstrated
in Supplementary Fig. 23. The data showed that the studied ﬁlm
was polycrystalline with the domain size of ca. 10 nm. However,
the results are consistent with the recent literature report on
1 T′-MoTe2 ﬁlms grown at a similar temperature of 650 °C27.
Simultaneous growth of 2H- and 1T′-MoTe2. The phase selectivity of the reaction depending on the type of seeding layer used
implies that there is an opportunity to exploit the difference in the
outcome when Mo and MoO3 seeding layers are used to grow
both MoTe2 polymorphs at the same time. Therefore, Mo and
MoO3 ﬁlms on the same 300 nm SiO2/Si substrate were converted
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using the same CVD setup and reaction conditions (650 °C and
30 mg of FeTe2 precursor at the source). The successful simultaneous growth of phase pure 2H- and 1T′-MoTe2 on the same
substrate was conﬁrmed by Raman spectroscopy with Mo converting to 2H-MoTe2 and MoO3 converting to 1T′-MoTe2,
respectively (Fig. 5a). An image taken from the sample shows the
two phases separated by a 20-micron strip of bare SiO2/Si substrate (Fig. 5b).
A careful assessment of the process was carried out by
conducting the reactions at different ﬂux rates, e.g. by using various
amount of FeTe2 at the source. The outcome of these studies is
summarized in Supplementary Fig. 24. The simultaneous conversion of Mo to 2H-MoTe2 and MoO3 into 1 T′-MoTe2 was achieved
on the same substrate and in a single reaction at low loadings of
FeTe2 (30 mg). We hypothesise that the lower oxidation state of
Te2– in FeTe2 leads to the simultaneous conversion at low
evaporation rates due to 1T′-MoTe2 phase being kinetically
stabilized at the substrate28. In addition, we investigated the kinetics
of reaction by varying CVD reaction times (1 s, 2 h, 4 h and 8 h)
while keeping the amount of FeTe2 ﬁxed at 30 mg. Irrespective of
reaction times the outcome was consistently 2H-MoTe2 for Mo
seeding layer and 1T′-MoTe2 for MoO3 seeding layer. Yoo et al.28
pointed out that when formed the 1T′-MoTe2 phase is kinetically
stable at the substrate when Te vapour pressure is low which is the
case for FeTe2.
In order to understand why a speciﬁc phase is preserved
depending on the seeding layer used we investigated the solid-tosolid transformation process by placing 5 mg MoO3 and Mo
powders on a Si/SiO2 substrate within CVD apparatus in Fig. 1c.
All experimental parameters were kept the same as the
parameters used for the deposition of ﬁlms. The reason for using
powders was that even the shortest reaction time of 1 s was
insufﬁcient to identify the intermediate products in the case of
thin ﬁlms. Therefore, we hypothesised that using the bulk
6

powders would allow us to achieve slower reaction rates and help
us to identify the intermediate products. According to the Raman
spectra in Supplementary Fig. 25a we identiﬁed that MoO3
powder is ﬁrst reduced to MoO2 with no formation of MoTe2
after a 4 h dwell while after 8 h of heating the spectrum is
dominated by peaks belonging to 1 T′-MoTe2. Conversely, Mo
powder invariably converted to 2H-MoTe2 irrespective of
reaction time (Supplementary Fig. 25b). Based on these studies,
we hypothesise that MoO2 converts to 1T′-MoTe2 preferentially
because MoO2 (same as 1T’-MoTe2) has a low monoclinic crystal
symmetry40. On the other hand, highly symmetrical cubic Mo
metal tends to convert to higher crystal symmetry hexagonal 2HMoTe2 phase. Based on this assessment we added the reaction
schematic for a mechanism of the reaction as a cartoon in
Supplementary Fig. 26. Achieving simultaneous growth in a single
reaction is an important development since the method proposed
here does not rely upon any post-growth modiﬁcation28,29 and is
only dependent upon the nature of initial Mo and MoO3 seed
layers, which are easy to control. Currently most methods for
creating 1T′-2H junctions have focused on post-growth modiﬁcation, involving techniques as varied as electrostatic doping,
laser irradiation and the application of strain28,41–43. In this
context, the access to a single step reaction may prove to be more
advantageous and become widely adopted for future MoTe2
applications.
Few-layered 1T′-MoTe2 as a sensing substrate. A preliminary
study was conducted to determine if few-layered 1T′-MoTe2 ﬁlms
grown via CVD without any further modiﬁcation could act as
Surface Enhanced Raman Spectroscopy (SERS) substrates using a
typical dye molecule, rhodamine 6G, as a Raman probe. The R6G
solution (500 nM) was drop casted onto a ﬁlm of 5-layer
1T′-MoTe2 and a bare SiO2/Si substrate before Raman spectra
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Fig. 5 One step growth of 1T′-MoTe2 and 2H-MoTe2 on a single substrate and SERS application of 1T′-MoTe2. In all, 532 nm Raman spectra from 1T′and 2H-MoTe2 grown simultaneously on 300 nm SiO2/Si substrate (a); an optical image of the two MoTe2 phases grown simultaneously and separated by
a ~20 μm strip of bare SiO2/Si substrate for a better optical contrast (b); 532 nm Raman spectra of 500 nM solution of Rhodamine 6G drop casted on
different substrates (c); concentration dependent 532 nm Raman studies of Rhodamine 6G spectra drop cast on the surface of 5 L 1T′-MoTe2 ﬁlm on SiO2/
Si substrate (d).

were collected from both areas (Fig. 5c and Supplementary Fig. 27
for wide range spectra). The signals collected from the R6G
deposited on bare SiO2/Si exhibit a large ﬂuorescence background
and no detectable Raman peaks for R6G can be found. In contrast
to this, the ﬂuorescence is massively suppressed by the
1T′-MoTe2 ﬁlm and Raman features of the dye, labelled with “*”,
are clearly visible. It is thought that the efﬁcient charge transfer
between MoTe2 and R6G decreases the ﬂuorescence cross section
and causes subsequent ﬂuorescence quenching18. The use of the
few-layer 1T′-MoTe2 ﬁlm greatly increases the signal ratio of
Raman/ﬂuorescence features allowing for the R6G Raman peaks
to be clearly distinguishable from the background. However, even
at a relatively small increase in number of layers from 5-layered to
11-layered 1T′-MoTe2 ﬁlms resulted in the complete suppression
of the SERS activity (Fig. 5c). Still, since 1T′-MoTe2 does not have
distinctive Raman modes (like phonon-active out-of-plane B12g
peak at ca. 289 cm−1 in 2H-MoTe2) the sensing ability of fewlayered samples towards R6G presents a good probe for distinguishing between atomically thin and bulk samples.
SERS is a technique routinely used to probe trace amounts of
molecules; therefore, we tested the sensitivity of the technique. A
set of R6G solutions were prepared with concentrations ranging
from 500 to 0.5 nM to investigate the sensitivity of the SERSactive 1T′-MoTe2 ﬁlms. Figure 5d displays the Raman spectra of
the R6G/1T′-MoTe2 solutions depending on concentrations.
Characteristic R6G Raman peaks at 612, 773, 1184, 1308, 1360,
1508, 1569, 1602 and 1646 cm−1 are labelled and are consistent
with literature spectra. These peaks are clearly visible for the 500
and 50 nM concentrations. For the 5 nM solution it is possible to
distinguish the peaks at 612, 773 and 1360 cm−1 from the
background, but the peaks within the 1569–1646 cm−1 range
exhibit a signiﬁcant broadening and it is no longer possible to
distinguish these peaks individually. Below this concentration,

individual peaks cannot be identiﬁed. Recent studies on the use of
2D materials as SERS substrates show that the enhancement
factor is highly dependent upon the thickness of the 2D
material44–46. Decreasing the thickness of a substrate leads to
increasing enhancement factors.
Discussion
In conclusion, we have described a viable method which is suitable for achieving preferential growth of two stable MoTe2
polymorphs on the same substrate and in a single reaction. We
have also demonstrated the applicability of a FeTe2 precursor for
the preparation of a desired polymorph under controlled conditions. In this context, the recent advancement in nanolithography
technology provides the opportunity to design seeding layers to a
high level of precision before the CVD process. Therefore, a single
step route to the growth of a preferred MoTe2 polymorph where
the outcome of a CVD reaction is dictated solely by the composition of the seeding layer can help the progress in rational and
reproducible design of MoTe2-based systems. Hence, this method
may help to advance the adaptability of 2D chalcogenides in
practical applications, such as the phase-controlled growth of
metallic/semiconducting coplanar homojunctions.
Methods
Synthesis. Substrates were cut using a diamond tipped scribe from a wafer of 300
nm SiO2/Si (100) (Inseto) to a size of 10 × 10 mm2. Smaller 8 × 8 mm2 were diced
using a diamond saw. The substrates were cleaned via ultrasonication in acetone
and isopropyl alcohol, spending 10 minutes in each solvent before being dried in a
stream of nitrogen gas.
Speciﬁed thicknesses of molybdenum (99.95%) were deposited on to the
cleaned substrates via electron beam physical vapour deposition using a Plassys
MEB550s. Deposition occurred under a vacuum of 1 × 10−6 mbar at a rate of 0.07
nm s−1, with the electron beam gun emission current at 220 mA. The thicknesses
of the molybdenum ﬁlms were controlled by a quartz crystal microbalance. MoO3
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ﬁlms were deposited by thermal evaporation of MoO3 pellets (99.99%, Pi-Kem) in a
Plassys MEB400 under a vacuum of 2 × 10−6 mbar and at a rate of 0.2 nm/s.
Chemical vapour deposition was used to synthesise the MoTe2 thin ﬁlms.
Firstly, into a 31.5 cm quartz ampoule (inside diameter: 12 mm, outside diameter:
15 mm) was placed a 13.5 cm quartz tube (inside diameter: 9 mm, outside
diameter: 11 mm) until it was resting against the end of the larger ampoule. Then
the substrate was placed into the quartz ampoule until it rested against the quartz
tube. Subsequently 30–33 mg of FeTe2 powder was placed into a 7 cm long quartz
ampoule (inside diameter: 9 mm, outside diameter: 11 mm), which was inserted
into the large quartz ampoule until the open end rested against the substrate. The
31.5 cm ampoule was placed into a 43.5 cm quartz work tube (inside diameter: 17
mm, outside diameter: 20 mm) which itself resides inside a Lenton tube furnace.
One end of the work tube was connected to a cylinder of 5% H2/Ar carrier gas,
whilst the other end was connected to a vacuum pump through which the system
could be evacuated. Before the CVD process began the system was evacuated to a
pressure of 2 × 10−1 mbar, before being reﬁlled with the carrier gas, this procedure
was carried out a total of three times to ensure an oxygen free environment for the
reaction. The substrate temperature was set to 650 °C and source temperature with
FeTe2 precursor at 630 °C. The ramping rate was at 5 °C min−1 with a dwell time of
4 h, before cooling to room temperature at 5 °C min−1. A commercially available
and safe carrier gas mixture containing only 5 vol. % of H2 in Ar was used at a ﬂow
rate of 300 sccm.

was applied to the surface and left to dry before a gentle rinse with water and
subsequent drying. SERS spectra were obtained on a WITec alpha 300R with a 532
nm laser excitation wavelength (laser power at sample 33 mW) and a 600 g mm−1
diffraction grating. Spectra were acquired using a 10× objective with a 1-s integration
time. Spectra averaging (of 3 spectra per sample) and baseline subtraction was carried
out in WiRE 4.2 software.

Data availability
The data sets generated during the current study are available from the corresponding
authors upon reasonable request.
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