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Abstract: Metal-organic frameworks (MOFs) have been in the
spotlight for a number of years due to their chemical and topo-
logical versatility. As MOF research has progressed, highly func-
tionalised materials have become desirable for specific applica-
tions, and in many cases the limitations of direct synthesis have
been realised. This has resulted in the search for alternative
synthetic routes, with postsynthetic modification (PSM), a term
used to collectively describe the functionalisation of pre-syn-
thesised MOFs whilst maintaining their desired characteristics,
becoming a topic of interest. Advances in the scope of reactions
performed are reported regularly; however reactions requiring

1. Introduction
Metal-organic frameworks (MOFs)[1] are multidimensional mate-
rials containing metal ions or metal ion clusters that are con-
nected by bridging multidentate organic ligands. The connec-
tivity of these constituents into repeating, ordered structures
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harsh conditions can result in degradation of the framework.
Zirconium-based MOFs present high chemical, thermal and me-
chanical stabilities, offering wider opportunities for the scope
of reaction conditions that can be tolerated, which has seen
a number of successful examples reported. This microreview
discusses pertinent examples of PSM resulting in enhanced
properties for specific applications, alongside fundamental
transformations, which are categorised broadly into covalent
modifications, surface transformations, metalations, linker and
metal exchange, and cluster modifications.

typically imparts permanent porosity that is advantageous for
various applications, including gas capture and storage,[2] catal-
ysis[3] and drug delivery.[4] MOFs are routinely obtained via di-
rect synthetic routes,[5] however postsynthetic modification
(PSM) of MOFs – carrying out chemical transformation[6] or ex-
change on pre-synthesised materials[7] – has emerged as a
powerful route to introduce functionality into MOFs. Indeed, in
many cases, PSM is the only method by which certain moieties
can be incorporated into MOFs without affecting the underly-
ing structure. The tolerance of MOFs linked by ZrIV-based clus-
ters[8] towards harsh chemical[9] and mechanical[10] conditions
makes them ideal platforms for introducing functionality by
PSM, and this microreview will focus on the diverse range of
both chemical transformations and modification protocols used
to prepare materials with applications in mind.
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Since the discovery of the UiO-66 series of MOFs by Lillerud
et al. in 2008,[11] wherein Zr6O4(OH)4 octahedral secondary
building units (SBUs) link twelve linear dicarboxylate linkers
each in three dimensions to form a highly porous network, a
number of further Zr MOFs have been characterised, with most
based on this Zr6 SBU (Figure 1a and b).[8,12] Interpenetrated
analogues of the UiO-66 series are known,[13] while the MIL-140
series of MOFs are also linked by dicarboxylates, but connected
by one-dimensional Zr-oxide chains to form structures with
one-dimensional porous channels.[14] Trigonal tricarboxylate li-
gands have been shown to link lower connectivity Zr6 SBUs
capped by solvents and/or monocarboxylates into two[15] and
three[16] dimensional frameworks (Figure 1c). Planar tetra-
carboxylates can also be linked by derivatives of the Zr6 SBU
into highly porous frameworks, for example, tetrakis(4-carboxy-
phenyl)porphyrin (PCN-222, MOF-545, Figure 1d)[17] and 1,3,6,8-
tetrakis(p-benzoate)pyrene (NU-1000),[18] while a twelve-con-
nected Zr8O6 SBU has also been observed in a porphyrin-based
system.[19] Tetrahedral tetracarboxylates have also been linked
by Zr6 SBUs of varying connectivities into three dimensional
networks.[16b,20] Recently, Zr MOFs have been prepared using
1,2,3-trioxobenzene units as coordinating components in linear
ligands, for example MIL-163, with one dimensional Zr–O chains
linking the organic moieties.[21]

Figure 1. a) The Zr6O4(OH)4(RCO2)12 secondary building unit, derivatives of
which link the majority of Zr MOFs. b) Representation of the solid-state struc-
ture of [Zr6O4(OH)4(bpdc)6]n, where bpdc = biphenyl-4,4′-dicarboxylate, com-
monly known as UiO-67. c) Representation of the solid-state structure of
[Zr6O4(OH)4(btb)6(OH)6(H2O)6]n, where btb = benzene-1,3,5-tribenzoate. d)
Representation of the solid-state structure of [Zr6(OH)8(FeCl-TCPP)2]n, where
TCPP = tetrakis(4-carboxyphenyl)porphyrin, commonly known as PCN-222-
Fe. Redrawn from CCDC depositions 1441659, 1000802 and 893545, in turn.

The majority of these Zr MOFs exhibit a key common prop-
erty – high chemical stability – being resistant to water,[9] ac-
ids[22] and bases.[9c,22b] Additionally, evidence is building that Zr
MOFs also possess excellent mechanical stability and resistance
to pressure.[10b,10d,10f ] In concert, these stabilities make Zr MOFs
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prime candidates for application in diverse areas, and consider-
able efforts have focused on the incorporation of the function-
alities required to carry out such applications, often through
PSM.[23] In the following microreview, we will examine funda-
mental and pertinent examples of application-driven PSM of Zr
MOFs, organised broadly by the following modification proto-
cols: covalent transformation of pendant and integral functional
groups, surface modification, metalation, linker exchange, metal
exchange and modification of the inorganic cluster.

2. Pendant Covalent Functionalisation

The vast majority of reported postsynthetic modification proto-
cols are based upon the reactivity of pendant functional moie-
ties on the organic linker of the MOF, with amine groups often
exploited due to the wealth of chemical transformations possi-
ble (Figure 2). The first amine containing Zr MOF, UiO-66-NH2,
with chemical composition [Zr6O4(OH)4(NH2-bdc)6]n (where
NH2-bdc is 2-amino-1,4-benzenedicarboxylate) was described
independently by Tilset[9c] and Cohen[24] in 2010. Both groups
subsequently demonstrated the postsynthetic reactivity of the
pre-installed amine handle through reactions with a variety of
acid anhydrides, resulting in amide functionalised pores. The
liquid phase reactions (chlorinated solvents, varying times) were
followed by a number of experimental techniques, including
FT-IR and 1H NMR spectroscopy, which provide evidence of the
percentage conversion, whilst PXRD was used to demonstrate
retention of crystallinity during the modification, highlighting
the high chemical stability of Zr MOFs. It was observed that the

Figure 2. Examples of covalent postsynthetic modifications at the pendant
amino units of UiO-66-NH2.
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greatest conversion was achieved with smaller anhydrides,
likely due to pore size based restrictions.

In 2012, the PSM of UiO-66-NH2 with acid anhydrides was
extended to investigate the feasibility of vapour phase reactiv-
ity.[25] The authors report that the vapour method provides ac-
cess to the amide modified MOF with improved conversions in
reduced timescales. Aside from acid anhydrides, the reactivity
of UiO-66-NH2 with vapour phase salicylaldehyde was also
demonstrated, resulting in an imine functionalised MOF. Al-
though only modest conversion was achieved, this still outper-
formed the corresponding liquid phase reaction (ca. 29 % vs.
10 %) and demonstrates the high chemical stability of these
types of frameworks.

In a later report, UiO-66-NH2 reactivity was investigated
through reaction with neat reagents, with relatively harsh con-
ditions (100 °C) employed compared to previous work.[26] PSM
of UiO-66-NH2 with acetic anhydride was successfully demon-
strated using this method, achieving 98 % conversion in as little
as 10 minutes. The authors report that PSM with carboxylic
acids did in some cases leads to decomposition of the frame-
work, postulating that this is due to postsynthetic ligand ex-
change (see Section 6) owing to the free coordinating groups
present on the reactive species. A study of UiO-66-NH2 by Yaghi
et al. suggested,[27] through solid state 15N NMR spectroscopy
measurements, that the MOF is actually comprised of both the
free amine (NH2-bdc) and ammonium chloride (NH3

+Cl–-bdc)
ligands in a 2:1 ratio. PSM with acetaldehyde was subsequently
investigated, resulting in conversions of up to 70 %, although
both the hemiaminal and aziridine products were obtained,
representing the kinetic and thermodynamic products respec-
tively, and a further heating process could alter their relative
ratios. These early reports have therefore provided the founda-
tions detailing the feasibility of potential transformations on
the amine handle of UiO-66-NH2, although recent attention has
focused on improving the materials properties, to enable their
successful use in desired applications.

Wang et al. studied the PSM of UiO-66-NH2 with 2-methyl-
aziridine, yielding the corresponding MOF containing alkyl-
amine lined pores in 28 % yield.[28] It was found that the modi-
fied material was an efficient catalyst for Knoevenagel conden-
sations, as the alkylamine is able to successfully activate the
aldehyde by forming an imine. In a typical reaction between
benzaldehyde and malonitrile at room temperature in toluene,
the yield of the reaction was improved from 5 % to 97 % in the
presence of UiO-66-NH2 and the alkylamine tagged UiO-66-NH2

respectively. The authors also report that IRMOF-3 – a Zn MOF
containing NH2-bdc – does not withstand the postsynthetic
modification, highlighting the high chemical stability of Zr
MOFs. Indeed, the alkylamine modified UiO-66-NH2 catalyst can
be recycled five times without a loss of activity.

The free carboxylic acid groups of amino acids/peptides ena-
ble them to be coupled with UiO-66-NH2, resulting in covalent
functionalisation of the MOFs with a number of substrates. tert-
Butoxycarbamate (Boc) protected enantiopure amino acids/
peptides were coupled with UiO-66-NH2 using a microwave as-
sisted coupling procedure to prevent racemisation of the pept-
ide.[29] The microwave assisted procedure results in higher
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yields of modification; during the coupling of UiO-66-NH2 with
L-proline <2 % conversion was achieved using 96 hours of con-
ventional heating at 37 °C, although 10 % conversion was ob-
served when coupled using microwave heating at 80 °C for
20 min. The coupling of dipeptides with UiO-66-NH2 was also
investigated, although essentially no conversion was observed,
likely due to size-based restrictions. Importantly, PXRD analysis
of UiO-66-NH-Pro (the PSM product after Boc deprotection) re-
veals that the MOF is able to withstand the chemical conditions
encountered during the modification/deprotection, suggesting
that better conversion may be obtained if a Zr MOF bearing an
amine group with larger pore size dimensions was used.

UiO-66-NH2 has been subjected to PSM with methacrylic an-
hydride, resulting in 67 % conversion, evidenced from 1H NMR
spectra of HF digests of the MOF, which was also in good agree-
ment with elemental analysis results.[30] The methacrylate func-
tionality was then used in further transformations (Figure 3a),
where the modified MOF nanoparticles were mixed with butyl
methacrylate (BMA) and the photo initiator phenylbis(2,4,6-tri-
methylbenzoyl)phosphine oxide, and then irradiated with UV
light for several minutes. This photoinduced postsynthetic po-
lymerisation (PSP) process results in a square shaped polymer
which can be peeled from the Teflon surface as a stand-alone
membrane (Figure 3b).

Figure 3. a) Postsynthetic polymerisation (PSP) of UiO-66-NH2 functionalised
with methacrylic anhydride. b) Representation of the PSP process used in the
construction of stand-alone membranes, starting from UiO-66-NH2. Repro-
duced (modified) with permission from ref.[30] Copyright (2015) Wiley-VCH.

CO2 adsorption isotherms were used to prove the permanent
porosity of the membrane, thus confirming that the MOF pores
were not loaded with self-polymerised BMA polymer (PBMA).
The CO2 uptake capacity of the PSP membrane was found to
exceed that of a blend of PBMA/MOF (both containing 20 %
MOF), demonstrating the improved properties that the PSP
membranes offer. Scanning electron microscopy (SEM) reveals
that the initial modification with methacrylic anhydride is re-
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quired, as the resulting membrane contains well-dispersed MOF
nanoparticles. This was not true for a PSP membrane synthe-
sised using non-modified UiO-66-NH2 that formed conglomer-
ates on the polymer surface. The PSP derived membrane was
also investigated for its ability to separate CrIV ions from an
aqueous solution, with a first cycle retention of 80 % and a
separation capacity of 8 mg/g, which was a dramatic improve-
ment compared with the other materials investigated.

Covalent modification of other pendant groups has also
been investigated, with UiO-66-Br one of the first examples to
be studied. UiO-66-Br was obtained by direct synthesis using 2-
bromo-1,4-benzenedicarboxylate (Br-bdc) and then postsyn-
thetic cyanation with CuCN in DMF produced UiO-66-CN, which
the authors report to be difficult to obtain via direct synthe-
sis.[31] The modification was explored via two synthetic routes,
using either conventional or microwave heating, with micro-
wave assisted cyanation resulting in conversion rates as high as
90 %. These results suggest that aryl bromide substitution may
be a route to incorporation of a range of functional groups that
may be difficult to incorporate during direct synthesis.

Zr MOFs containing substituted derivatives of the extended
4,4′-[1,4-phenylenebis(ethyne-2,1-diyl)]-dibenzoate ligand form
interpenetrated UiO-66 analogues commonly known as porous
interpenetrated zirconium organic frameworks (PIZOFs).[13] One
such MOF containing pendant furan moieties was functional-
ised by Diels–Alder cycloadditions with a variety of substrates
(Figure 4a); reaction with maleimide, N-methylmaleimide or N-
phenylmaleimide resulted in conversions of 98 %, 99 % and
89 %, in turn, whilst modest exo/endo selectivities of 24 %, 16 %
and 17 % were observed.[32]

Figure 4. Schematic illustration of a) Diels–Alder cycloaddition, and b) Cu-
catalysed azide-alkyne cycloaddition, both carried out postsynthetically on
substituted interpenetrated Zr MOFs (PIZOFs).

The authors also report the copper-catalysed azide-alkyne
cycloaddition (CuAAC) of another member of the series bearing
pendant propargyl moieties. The alkyne units were treated with
4-methylbenzyl azide, using typical CuI-catalysed conditions, re-
sulting in 98 % formation of the triazole product at room tem-
perature (Figure 4b). This methodology can be viewed as an
attractive route for the functionalisation of MOF pores under
mild conditions, provided that the CuI can be efficiently re-
moved after modification. Pendant alkyne functionalities have
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also been incorporated within a UiO-68 analogue containing
2′,5′-diethynyl-p-terphenyl-4,4′′-dicarboxylate ligands.[33] The
high porosity of the MOF enables the CuAAC reaction to pro-
ceed quantitatively with a number of substrates, namely azido-
ethane, azidoacetate and azidomethylbenzene, resulting in tri-
azole functionalised MOFs with maintained porosity and crys-
tallinity.

In a similar manner, other groups have focused on the syn-
thesis of Zr MOFs containing pendant azide groups, which are
likewise available for PSM by CuAAC. Zhou et al. reported the
single crystal structures of a series of UiO-68 type MOFs con-
taining p-terphenyl-4,4′′-dicarboxylate ligands, bearing either
two or four pendant methyl or azidomethyl functional groups
on the central benzene ring.[34] By judiciously adjusting the mo-
lar ratios of the ligands in the synthetic mixture, mixed-ligand
MOFs with azide loadings of 0, 25, 50, 75 and 100 % were ob-
tained. The MOFs containing various azide loadings were
treated with propargyl alcohol, as well as a variety of other
alkyne substrates (Figure 5a). The introduction of nucleophilic
hydroxyl groups results in improved CO2/N2 selectivity perform-
ances when compared to the parent azide containing MOFs. In
another report, the UiO-68 type MOF containing two pendant
azide groups was postsynthetically modified with a tetra-acet-
ylene crosslinker under typical CuAAC conditions. The acetylene
containing compound was observed to bridge the organic li-
gands of the MOF, resulting in the formation of a cross linked
MOF (CLM) whilst retaining crystallinity. The authors then se-
lectively destroyed the metal coordination bonds within the
CLM by reacting with acidic HCl solutions. The resulting poly-

Figure 5. a) Tetra-azido modified Zr MOFs undergoing Cu-catalysed azide-
alkyne cycloaddition with a variety of substrates. b) Functionalisation of UiO-
67-N3 with propargylamine to produce a catalyst for the Knoevenagel con-
densation between benzaldehyde and ethyl cyanoacetate.
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mer gels were insoluble and retained the shape of the original
crystals, hence the MOFs were able to act as a template towards
polymer gels with pre-designed architectures.[35]

UiO-67-N3, which contains 2-azidobiphenyl-4,4′-dicarboxyl-
ate, has been prepared, although the reaction temperature had
to be reduced to 80 °C as conventional synthetic methods
(140 °C) resulted in thermal cyclisation of the ligand to 9H-
carbazole-2,7-dicarboxylate in situ.[36] This phenomenon also
results in a poor thermal stability of the MOF, as thermal cyclisa-
tion results in a bent ligand geometry that cannot be accom-
modated by the framework, resulting in collapse of the overall
network structure. Low chemical stability was observed, with
crystallinity lost when the MOF was immersed in common or-
ganic solvents, however framework integrity was retained in
DMF, allowing CuAAC reactions with alkyne substrates to be
performed. Quantitative conversion was observed when the
MOF was modified with methyl propiolate, 3-butyn-1-ol and
propargylamine, and interestingly the modified products dem-
onstrated improved chemical and thermal stabilities when com-
pared with the parent framework. The pendant amino group of
the propargylamine modified framework was an efficient cata-
lyst for the Knoevenagel condensation between benzaldehyde
and ethyl cyanoacetate (Figure 5b), with the MOF sufficiently
stable to be reused for multiple catalytic cycles.

UiO-68-allyl, comprising 2′,5′-bis(allyloxy)-p-terphenyl-4,4′′-
dicarboxylate ligands, was synthesised and subject to postsyn-
thetic modification by thiol-ene radical addition, through near
quantitative reaction of the allyl moiety with ethanethiol under
UV light in the presence of 2,2-dimethoxy-2-phenylaceto-
phenone as a photoinitiator (Figure 6).[37] Thiol-ene and thiol-
yne additions represent very useful routes to access functional-

Figure 6. Schematic illustration of the thiol-ene radical addition of ethanethiol
to UiO-68-allyl, with the single crystal images highlighting that the crystals
remain intact during the transformation (scale bar = 200 μm). Reproduced
(modified) with permission from ref.[37] Copyright (2015) Elsevier.
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ised MOFs, as they allow the mild insertion of a variety of func-
tional groups across unsaturated double and triple bonds, al-
though success thus far has been limited to pendant groups.[38]

MOFs bearing pendant carboxylic acid or sulfonic acid
groups are of broad interest as they have been shown to result
in improved characteristics including enhanced CO2 selectiv-
ity[39] and proton conductivity.[40] These additional acidic
groups provide further sites for attachment to metal ions, which
in many cases disrupts direct MOF formation, and so introduc-
tion of acidic groups onto the backbone of the MOF has been
investigated by a postsynthetic oxidation approach. To gener-
ate sulfonic acid moieties, UiO-66-(SH)2 was synthesised directly
from 1,4-dicarboxybenzene-2,5-dithiol, then the MOF was sub-
jected to harsh chemical conditions: an aqueous 30 % H2O2 so-
lution for oxidation of the thiol groups, followed by an acidic
solution for protonation, resulting in quantitative conversion to
UiO-66-(SO3H)2 (Figure 7a).[41] The postsynthetic process was
completed in as little as 90 min, resulting in quantitative con-
version, while PXRD was used to prove the retention of crystalli-
nity of the MOF. Introduction of the acidic sulfonic groups
greatly improved the hydrophilicity of the MOF, which was ben-
eficial for proton conduction. UiO-66-(SO3H)2 demonstrated an
excellent superprotonic conductivity of 8.4 × 10–2 Scm–1 at
80 °C and 90 % relative humidity, and an activation energy for
proton transfer of 0.32 eV (Figure 7b). This is the highest re-
ported value of protonic conductivity of MOFs and is compara-
ble to the performance of Nafion, a perfluorinated polymer
membrane that is the most effective polymer electrolyte
known, and as such this material could potentially be incorpo-
rated into proton-exchange membrane fuel cells as an alterna-
tive energy technology.

Figure 7. a) Schematic illustration of the postsynthetic oxidation of thiol units
to form sulfonic acid groups. b) An Arrhenius plot of UiO-66-(SO3H)2 at 90 %
relative humidity, revealing an activation of energy of 0.32 eV for proton
conduction. Reproduced (modified) with permission from ref.[41] Copyright
(2015) Wiley-VCH.

Clet et al. were however, able to successfully synthesise UiO-
66-(CO2H) and UiO-66-(CO2H)2, bearing one or two free carb-
oxylic acid groups respectively within the pores, via a direct
water-based synthetic route.[42] Interestingly it was found that
heating the solids under vacuum results in formation of an-
hydride bridges between carboxylic acid groups on adjacent
ligands, as evidenced by FT-IR and solid-state NMR spectro-
scopy. It was observed that samples containing increasing
amounts of the anhydride bridges resulted in higher adsorption
capacities for methane and carbon dioxide at 30 °C and 10 bar
of the respective gas. Partial reversibility of the anhydride
bridges was also observed when the samples were in contact
with water vapour.
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Redox processes have also been observed to occur postsyn-
thetically in a single-crystal to single-crystal (SCSC) manner in
UiO-68-(OH)2, which contains 2′,5′-dihydroxy-p-terphenyl-4,4′′-
dicarboxylate ligands.[43] The ligand within the MOF could be
oxidised in the solid phase from the diol to the quinone form,
resulting in altered spectroscopic properties (Figure 8). The
transformation was fully reversible, and it was observed that
the transformation occurs on the outmost surface of the crys-
tals and gradually diffuses inwards. Interestingly, the MOF could
not be directly synthesised with the quinone based ligand,
however incorporating these organic-based molecular switches
into the solid phase may prove useful for applications such as
memory storage or redox-based electronic devices.

Figure 8. Schematic illustration of the redox switching behaviour of UiO-68-
(OH)2 to the quinone form, which was unable to be synthesised directly (scale
bar = 50 μm). Reproduced (modified) with permission from ref.[43] Copyright
(2015) American Chemical Society.

There has clearly been a significant drive to study the post-
synthetic modification of pendant functionalities within Zr
MOFs in a similar manner to earlier efforts focusing on the mod-
ification of other transition metal containing MOFs. The en-
hanced chemical and mechanical stabilities of Zr MOFs are ad-
vantageous, as the MOFs are tolerant of a wealth of harsh
chemical conditions, meaning that facile access to the special-
ised modified materials facilitates their utilisation into desired
applications.

3. Integral Covalent Modification
There are considerably fewer examples of postsynthetic modifi-
cation of MOFs at integral linker sites rather than on pendant
functional groups, likely as a consequence of the generally low
reactivity of the largely structural components. The chemical
stability of Zr MOFs means they can tolerate harsh reaction con-
ditions, facilitating reactions directly on unfunctionalised aro-
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matic rings. Bradshaw et al. showed that UiO-66 was stable in
the presence of hydroxyl radicals in water to selectively form
UiO-66-OH by PSM with no loss of crystallinity.[44] The·OH radi-
cals can be generated by UV-A irradiation of the superparamag-
netic photocatalytic composite material γ-Fe2O3@SiO2@TiO2 or
UV-C irradiation of aqueous H2O2 solutions, with the former
method resulting in a higher hydroxylation yield (77 % vs. 41 %
conversion, Figure 9), and both higher than achievable by post-
synthetic exchange (see Section 6). Introduction of free
hydroxyl units to MOFs by PSM is valuable, as they are often
coordinated to metals during direct synthesis.

Figure 9. Conditions for postsynthetic hydroxylation and chlorination directly
on the aromatic rings of UiO-66 and UiO-66-NH2 respectively. Exposure of
UiO-66-NH2 to excess chlorine gas eventually results in its decomposition.

Similar chemical stability of UiO-66 in the presence of Cl2 gas
was demonstrated by DeCoste and Peterson, who showed that
UiO-66-NH2 underwent electrophilic aromatic substitution in
the presence of chlorine to form UiO-66-NH2-Cl.[45] Further ex-
posure to chlorine resulted in eventual degradation of the MOF
and pore collapse (Figure 9), but UiO-66-NH2 exhibits a Cl2 stor-
age capacity of 124 % w/w, and is a candidate material for air
purification.

It is also possible to carry out reactions at heteroatoms in
ligand ring systems. Chen and Qian prepared the MOF known
both as UiO-67(bipy) and MOF-867 – [Zr6O4(OH)4(bpydc)6]n

where bpydc = 2,2′-bipyridine-5,5′-dicarboxylate – and methyl-
ated the nitrogen atoms of the bpydc linker with methyl triflate
in 70 % yield. The generation of cationic pyridinium sites (the
charges are balanced by nitrate counterions introduced during
washing) means the material exhibits highly efficient removal of
pollutant dichromate anions, Cr2O7

2–, from aqueous solution.[46]

The efficacy of reactions such as the Sonogashira and Heck
couplings to link aromatic units means that many MOF linkers
contain integral carbon–carbon double and triple bonds in their
backbones. Forgan et al. have demonstrated that Zr MOFs pos-
sess the requisite mechanical stability[10d] to allow halogenation
of integral unsaturated bonds of a series of materials, where
the change in hybridisation of linker carbon atoms results in an
overall mechanical contraction.[47] UiO-66 topology MOFs con-
taining integral alkene, alkyne and butadiyne units (Figure 10a)
were quantitatively brominated by immersing them in
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Figure 10. a) Schematic of Zr MOFs that have been halogenated at unsaturated C–C bonds. Crystal structures of b) trans-edb–I2–H2, c) trans,trans-bdb–I4–H2,
and d) trans,trans-peb–I4–H2 isolated from iodinated Zr MOFs showing exclusive trans stereochemistry. Redrawn from CCDC depositions 1400977, 1443200
and 1443201, in turn. Single-crystal to single-crystal transformation of e) [Zr6O4(OH)4(edb)6]n to f ) [Zr6O4(OH)4(edb-Br2)6]n, redrawn from CCDC depositions
1062508 and 1062510. g) Iodine uptake of the MOFs described in part a). Reproduced with permission from ref.[48] Copyright (2016) Wiley-VCH. h) Comparison
of elastic moduli vs. indentation depth for [Zr6O4(OH)4(edb)6]n and [Zr6O4(OH)4(edb-Br2)6]n measured by nanoindentation. Reproduced with permission from
ref.[10c] Copyright (2016) Royal Society of Chemistry.

chloroform solutions containing Br2, with no decrease in poros-
ity or crystallinity.[48] As the linkers have restricted dynamic mo-
tion when bound within the MOFs, the transformations are
stereoselective, yielding exclusively trans-dihaloalkene and
meso-dihaloalkane units (Figure 10b–d). The MOFs have suffi-
cient mechanical stability to allow single-crystal to single-crys-
tal transformations to occur, with full structural characterisation
of the halogenated products possible (Figure 10e,f ), while their
chemical stability towards both halogens and water means that
bromohydrination – the installation of one bromine and one
hydroxyl unit across an unsaturated bond – can also be carried
out. Halogenation was extended to chemisorption of iodine
from the vapour phase by addition across multiple bonds,
which could have great significance in the sequestration of ra-
dioactive iodine from the nuclear industry. The interpenetrated
Zr MOF [Zr6O4(OH)4(peb)6]n, where peb is the bis-alkyne ligand
4,4′-[1,4-phenylenebis(ethyne-2,1-diyl)]-dibenzoate, can adsorb
279 % w/w of iodine by a combination of chemisorption across
the alkyne units and physisorption in the large pores (Fig-
ure 10g).[48] The change in hybridisation of the carbon atoms
in the linkers on postsynthetic halogenation also results in a
change in mechanical compliance, which can be measured by
single crystal nanoindentation. For example, the MOF
[Zr6O4(OH)4(edb)6]n, a UiO-66 topology material where edb =
4,4′-ethynylenedibenzoate, has a Young's modulus of 15.1
(±0.8) GPa, which decreases on bromination to 9.3 (±0.6) GPa
as a consequence of the increased flexibility of the linker (Fig-
ure 10h).[10c]
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4. Surface Functionalisation

Limiting postsynthetic modification to the outer surfaces of
MOF particles has been shown to induce a number of attractive
properties related to both stability and application.[49] A small
group of surface modified Zr MOFs have been prepared largely
from amino-tagged UiO-66 derivatives, using modifying agents
that are too large to penetrate the pores of the MOF and so
limit PSM to the particle surfaces. UiO-66-NH2 can be surface
coated with a porous organic polymer by carrying out a Sono-
gashira coupling-based polymerisation in the presence of the
MOF.[50] The resultant materials exhibited considerable hydro-
phobicity and highly efficient removal of organic compounds
from water. The mode of attachment of the polymer to the MOF
is presumably noncovalent – attempts to functionalise UiO-66-
I in the same way were unsuccessful – so this may be a case of
the MOF acting simply as a template for polymer formation.
Sada and Kokado attached poly(N-isopropylacrylamide) (PNI-
PAM) chains terminated with N-hydroxysuccinimide (NHS) acti-
vated esters to UiO-66-NH2 by amide coupling (Figure 11). The
temperature responsive mechanical behaviour of PNIPAM – it
collapses into a globule formation at higher temperatures – al-
lowed the researchers to control access to the pores, resulting
in stimuli-responsive release of drug molecules from UiO-66-
PNIPAM when temperatures were lowered.[51]

Rosi and Albenze showed that UiO-66-NH2 had appropriate
chemical stability to allow amide formation by reaction with
acid chlorides, despite HCl being a byproduct of the reaction,



Microreview

Figure 11. a) Schematic illustrating temperature control of pore openings
in PNIPAM-modified UiO-66-NH2. b) The postsynthetic surface modification
procedure to install PNIPAM on the surface of UiO-66-NH2. Reproduced with
permission from ref.[51] Copyright (2015) Royal Society of Chemistry.

and added alkyl and aryl units to the MOF surface.[52] These
hydrophobic moieties allow greater integration into Matrimid
polymers, generating mixed membranes with improved stabili-
ties and enhanced gas uptake properties.

Modifying the surfaces of nanoparticles is a well-established
technique for drug delivery, and an area in which MOFs show
great promise.[4] Lin has demonstrated that nanoparticles of
UiO-68-NH2, an analogue of UiO-66-NH2 with an extended 2′-
amino-p-terphenyl-4,4′′-dicarboxylate linker, can be functional-
ised on the surface with small interfering RNA (siRNA) mol-
ecules by coordination between their phosphate backbones
and external Zr4+ cations, which have a great affinity for phos-
phate.[53] In this example, it is the MOF which protects the sur-
face moiety; when MOFs loaded with a cisplatin prodrug and
modified with siRNA were introduced to cisplatin-resistant can-
cer cells, the siRNA was not only protected from nuclease
degradation, but showed enhanced cellular uptake and gene
silencing, dramatically enhancing chemotherapeutic efficiency.
Mirkin also took advantage of zirconium's affinity for phosphate
by surface modifying a number of UiO-66 series MOFs with
the phospholipid 1,2-dioleoyl-sn-glycero-3-phosphate (DOPA),
through exposure of the MOFs to a chloroform solution of the
sodium salt of DOPA to induce coordination.[54] The location of
the DOPA molecules was confirmed to be on the surface of the
MOFs by a fluorescent dye, while surface coverage could be
easily controlled. The hydrophobic surface ligand allowed the
usually hydrophilic MOF to be colloidally dispersed in chloro-
form, with no detrimental effect on crystallinity or porosity.

Mirkin also showed that oligonucleotides could be cova-
lently attached to the surface of UiO-66-N3, utilising strain-pro-
moted alkyne-azide cycloaddition (SPAAC) to “click” dibenzyl-
cyclooctyne-substituted DNA strands of 20 nucleobases in
length to the MOF (Figure 12).[55] Radiolabelling confirmed
modification occurred at the surface only, and the DNA modi-
fied MOF particles showed enhanced stability and cellular up-
take.

It is clear that surface modified MOFs have great potential in
biomedicine, but current methods rely entirely on the surface
ligand being too large to penetrate the pores of the MOF. Fu-
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Figure 12. a) Schematic showing the surface modification of UiO-66-N3 nano-
particles with DNA by b) postsynthetic strain-promoted alkyne-azide cyclo-
addition with dibenzocyclooctyne (DBCO) functionalised oligonucleotide
strands. Reproduced (modified) with permission from ref.[55] Copyright (2015)
American Chemical Society.

ture modification protocols could focus on introducing func-
tional groups solely at the surfaces of the MOFs, which would
allow a wider variety of MOFs to be functionalised.

5. Postsynthetic Metalation
PSM can also be achieved by incorporation of secondary metal
ions into pre-synthesised frameworks. UiO-66, containing bdc
ligands, was postsynthetically metalated with Cr(CO)6 via ther-
mal decomposition of the metal carbonyl compound to afford
η6-arene-Cr(CO)3 units grafted onto the benzene-based li-
gands.[56] Photoinduced substitution of one of the carbonyl
moieties with a nitrogen molecule was highlighted, which the
authors suggest may hold potential in small molecule fixation
and activation. One route that has been investigated for incor-
poration of alkali metal cations into UiO-66 type MOFs is to
include pendant –SO3H[57] or –CO2H[58] groups on the ligands.
Using alkali metal hydroxide solutions it was demonstrated that
a range of cations (Li+, Na+ and K+) could be introduced into
the framework. The resultant materials were investigated for
their CO2 storage capacities, as well as their CO2/N2 selectivities.
One of the reported materials containing sodium ions, UiO-66-
(CO2Na)2, was found to have a CO2/N2 selectivity of 99.6, a sig-
nificant improvement compared with a selectivity of 66.9 ob-
tained for the unfunctionalised UiO-66-(CO2H)2.

Zr MOFs possessing metal chelation sites have received ap-
preciable amounts of interest for a number of applications, with
one of the most widely studied materials being UiO-67(bipy),
also known as MOF-867, composed of 2,2′-bipyridine-5,5′-di-
carboxylate bridging ligands.[59] The structure of UiO-67(bipy)
is very similar to that of the well-known UiO-67, with the addi-
tion of the accessible bipy sites lining the MOF pores, as the
hard ZrIV cations are not coordinated during synthesis. The high
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chemical stability of Zr MOFs enables UiO-67(bipy) to undergo
metalation in a single-crystal to single-crystal manner (Fig-
ure 13a).[60] Postsynthetic metalation can be achieved with a
range of substrates, allowing the insertion of CuCl, CuCl2, CoCl2,
FeBr2 and Cr(CO)6 within the framework by exposing the MOF
to either solutions or vapour (in a closed system) containing
the transition metal source. Postsynthetic metalation of the
framework occurs almost quantitatively and interestingly the
symmetry of UiO-67(bipy) is altered during the process, with
the space group changing from Fm3̄m to Pa3̄, as a direct result
of the ordering of the metalated linkers.

Figure 13. a) Representations of the crystal structures of UiO-67(bipy) which
can be metalated to UiO-67(bipy)CuCl2 in a single-crystal to single-crystal
manner. Redrawn from CCDC depositions 968930 and 1042965, respectively.
b) Catalytic arene borylation by UiO-67(bipy)Ir. c) Catalytic dehydrogenation
of cyclohexanones by UiO-67(bipy)Pd.

Metalation with [Ir(COD)2]BF4 (COD = 1,5-cyclooctadiene) re-
sults in less than 10 % occupancy of Ir at the bipyridine sites,
however the resulting material was found to be an efficient and
recyclable catalyst for borylation of a number of arene precur-
sors (Figure 13b). Several other reports have focused on the
postsynthetic metalation of UiO-67(bipy) for catalytic applica-
tions. In 2014, Lin et al. postsynthetically metalated UiO-
67(bipy) by soaking the MOF in either a tetrahydrofuran or di-
methyl sulfoxide solution of [Ir(COD)(OMe)]2 or [Pd(CH3CN)4]-
[BF4] respectively at room temperature, resulting in an Ir load-
ing of 30 % and a Pd loading of 24 %.[61] The metalated frame-
works were again proven to be highly efficient single site heter-
ogeneous catalysts; C–H borylation of arenes and intramolec-
ular ortho-silylation of benzylic silyl ethers to benzoxasiloles us-
ing UiO-67(bipy)Ir, and dehydrogenation of substituted cyclo-
hexanones to phenols using UiO-67(bipy)Pd (Figure 13c) were
demonstrated. The catalytic activities of the metalated MOFs
were compared to the homogeneous catalysts, and in the silyl-
ation reaction, UiO-67(bipy)Ir was found to be at least 1250
times more active. These high activities coupled with the recyc-
lability of the MOF catalysts, due to their high stabilities, makes
them prime candidates for use in catalytic technologies.
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Cohen et al. investigated the catalytic activity of a mixed
ligand UiO-67 type MOF containing both biphenyl-4,4′-dicar-
boxylate (bpdc) and 2,2′-bipyridine-5,5′-dicarboxylate (bpydc)
ligands in a 3:1 ratio. Postsynthetic metalation of the mixed-
ligand MOF with Ru(bipy)2Cl2 resulted in a Ru loading of ca.
10 %, although this could be controlled by alteration of the
reaction time.[62] The resulting MOF was found to be an efficient
and recyclable photocatalyst for the aerobic oxidative hydroxyl-
ation of arylboronic acids (Figure 14a).

Figure 14. Postsynthetically metalated UiO-67 type MOFs containing either
photocatalytically active a) ruthenium or b) manganese centres that were
studied for the oxidative hydroxylation of arylboronic acids or for the reduc-
tion of CO2 to formate respectively.

Another mixed ligand UiO-67 type MOF, this time containing
a 1:1 ratio of the bpdc and bpydc ligands, was metalated with
bromopentacarbonylmanganese(I) [Mn(CO)5Br]. Inductively
coupled plasma-optical emission spectroscopy (ICP-OES) con-
firmed that 76 % of the bpydc ligands were successfully metal-
ated with the MnI photocatalyst, while direct synthetic attempts
under comparatively harsh conditions were unsuccessful due
to decomposition of the MnI complex.[63] The photocatalytic
reduction of CO2 to formate was investigated using the MnI

incorporated MOF, in the presence of [Ru(dmb)3]2+ (dmb = 4,4′-
dimethyl-2,2′-bipyridine) as a redox photosensitiser and 1-
benzyl-1,4-dihydronicotinamide as a sacrificial reducing agent,
and it was found that the overall turnover number and selectiv-
ity was higher than the homogeneous catalytic systems (Fig-
ure 14b).

UiO-67(bipy) has been investigated for alternative applica-
tions including luminescent sensing of transition metal ions,
where the MOF acts as both the chelator and the fluorescence
reporter.[64] Of the range of transition metal ions investigated
during the study, MnII, FeII, FeIII, CdII, CoII, CuII, NiII and ZnII were
all found to quench the MOF's intrinsic luminescence, with the
most sensitive detection observed for FeIII, at a detection limit
of 3.2 parts per billion. UiO-67(bipy) demonstrated an increased
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sensitivity for all of the metal ions compared with the free bipy
ligand. Alternatively, sensing of volatile organic compounds has
been performed using Eu@UiO-67(bipy) composites which con-
tain a small amount of chelated Eu (2.1 %) that is introduced
postsynthetically by immersing the MOF in a methanolic solu-
tion containing EuCl3.[65] Using the MOF it is possible to discrim-
inate between the presence of related volatile organic com-
pounds with similar structures and physical properties by a dual
orthogonal readout system that is dependent on both lumines-
cence quantum yield and ratiometric emission intensity.

Zr MOFs containing alternative metal chelation sites have
been studied, with a catechol functionalised UiO-66 MOF re-
cently synthesised and investigated for postsynthetic metala-
tion and subsequently heterogeneous catalytic activity.[66] UiO-
66-CAT could not be prepared directly, rather the catechol bear-
ing ligand, 2,3-dihydroxy-1,4-benzenedicarboxylate, was intro-
duced postsynthetically either via postsynthetic deprotection
(PSD) or postsynthetic exchange (PSE). Briefly, PSE is a process
where the solid phase MOF undergoes ligand exchange, result-
ing in incorporation of secondary ligands by substitution of the
parent ligand (described in detail in Section 6) while PSD de-
scribes the cleavage of protecting groups using external stimuli
to reveal the desired functionality. Subsequently, postsynthetic
metalation with either iron, in the form of Fe(ClO4)3 or
Fe(CF3SO3)3, or chromium (K2CrO4) yielded unprecedented
metal-monochelato species containing coordinatively unsatu-
rated metal centres. UiO-66-CAT-Cr was found to be a highly
efficient catalyst for the oxidation of alcohols to ketones even
with very low chromium loadings (0.5–1.0 mol-%, Figure 15).
The versatility of the catalyst was proven during the oxidation
of eight different substrates, which was observed to occur al-
most quantitatively in many cases. The high chemical stability
of UiO-66-CAT-Cr allows the MOF to be recycled for a number

Figure 15. Schematic illustration highlighting metalations of UiO-66-CAT with
Cr and UiO-66-TCAT with Pd, yielding excellent catalysts for oxidation and C–
H activation, respectively.
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of catalytic cycles, further increasing its potential for use in cata-
lytic applications.

In a further study, UiO-66-CAT was postsynthetically metal-
ated with gallium [aqueous Ga(NO3)3(H2O)x solution] to afford
UiO-66-CAT-Ga.[67] The three metalated monochelato MOFs
(UiO-66-CAT-M, M = CrIII, FeIII or GaIII) were examined for their
catalytic activities during the photocatalytic reduction of CO2

to formate, however the Fe material did not demonstrate any
catalytic activity as the redox potential for FeIII (0.77 V vs. stan-
dard hydrogen electrode) is not suitable for CO2 reduction. Of
the remaining two metalated materials, it was found that UiO-
66-CAT-Cr demonstrated greater catalytic activity, with turnover
numbers calculated as 11.22 and 6.14 for UiO-66-CAT-Cr and
UiO-66-CAT-Ga, respectively. A very similar analogue, UiO-66-
TCAT, was synthesised by PSE of UiO-66 with 1,4-dicarboxy-
benzene-2,3-dithiol to afford a mixed ligand MOF containing
open sulfur metal chelating sites.[68] UiO-66-TCAT was postsyn-
thetically metalated with Pd(OAc)2 (CH2Cl2 solution) to afford a
dark brown solid containing accessible and coordinatively un-
saturated Pd centres. Strong Pd–S bonds enable this MOF to be
an efficient and recyclable catalyst for regioselective sp2 C–H
oxidation, with conversion to ether or aryl halide functionalities
demonstrated (Figure 15).

A salicylaldimine based Zr MOF (sal-MOF) containing ter-
phenyl based bridging ligands with pendant salicylaldimine
functionality similar to UiO-68, was synthesised and postsyn-
thetically metalated with tetrahydrofuran solutions containing
cobalt (CoCl2) or iron (FeCl2·4H2O) to afford active single site
solid catalysts for olefin hydrogenation, christened sal-Co-MOF
and sal-Fe-MOF, respectively (Figure 16).[69] The spatial arrange-
ment of the metal-salicylaldimine units within the MOF pre-
vents oligomerisation, in contrast to homogeneous analogues
that oligomerise, causing them to be inactive olefin hydrogen-
ation catalysts. Impressively, during the hydrogenation of 1-oc-
tene under optimised conditions, sal-Fe-MOF had a turnover
number of 1.45 × 105. The high catalytic activity of the sal-Fe-
MOF is also recognised through the successful hydrogenation

Figure 16. a) Representation of the salicylaldimine containing MOF, sal-M-
MOF, with the metal binding site (both Co and Fe were investigated) high-
lighted, alongside b) summarised conditions for the catalytic hydrogenation
of 1-octene using the sal-M-MOFs.
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of a range of chemically and structurally varied terminal alk-
enes, while functional groups such as aldehydes, ketones and
esters can be tolerated.

Lin and co-workers have utilised extended UiO-type MOFs
containing longer ligands with potential metal docking sites,
resulting in increased pore openings which offers opportunities
for a wider range of substrates for catalytic investigations. An
extended dicarboxylate ligand containing phenanthroline units
was incorporated into a mixed ligand Zr MOF, alongside 4,4′-
bis(carboxyphenyl)-2-nitro-1,1′-biphenyl (≈ 1:2 ratio) which of-
fers reduced steric bulk, with the MOF named mPT-MOF (Fig-
ure 17a).[70] Postsynthetic metalation with [Ir(COD)(OMe)]2 suc-
cessfully produced mPT-MOF-Ir, a highly active catalyst for three
different C–H activation reactions, specifically tandem hydro-
silylation/ortho-silylation of aryl ketones and aldehydes (Fig-
ure 17b), tandem dehydrocoupling/ortho-silylation reactions of
N-methylbenzylamines (Figure 17c), and borylations of aromatic
C–H bonds. It was found that the mixed ligand MOFs were the
most efficient catalysts compared to those comprising only the
chelating ligands, likely as a result of the large open channels
present due to the incorporation of less bulky secondary li-
gands.

Figure 17. a) Schematic illustration of mPT-MOF-Ir highlighting both ligands
incorporated in the MOF, alongside catalytic conditions investigated during
the preparation of b) benzoxasiloles and c) azasilolanes.

Efficient Zr MOF based enantioselective heterogeneous cata-
lysts have been synthesised by incorporating extended chiral
BINAP [2,2′-bis(diphenylphosphanyl)-1,1′-binaphthyl] dicarbox-
ylate ligands into UiO-type MOFs.[71] This so-called BINAP-MOF
with general formula [Zr6O4(OH)4(Ligand)6]n (see part a of Fig-
ure 18 for the extended chiral BINAP based ligand) adopts the
inherent chirality of the bridging ligands and crystallises in the
F23 space group, with the extended ligands resulting in a highly
porous structure with a solvent accessible void space of 76.3 %.
Postsynthetic metalation was successfully demonstrated with
either Rh [bis(norbornadiene)rhodium(I) tetrafluoroborate] or

Eur. J. Inorg. Chem. 2016, 4310–4331 www.eurjic.org © 2016 The Authors. Published by Wiley-VCH Verlag GmbH & Co. KGaA, Weinheim4320

Ru [bis(2-methylallyl)(1,5-cyclooctadiene)ruthenium(II)], ena-
bling a broad scope of catalytic activities to be achieved by
judicious choice of the incorporated active metal. Rh-BINAP-
MOF (that is the rhodium metalated BINAP-MOF) was observed
to be an efficient catalyst for the conjugate addition of aryl-
boronic acids to 2-cyclohexenone with enantiomeric excess val-
ues in excess of 99 %, whilst being 3 times more active than
the homogeneous control. In contrast, Ru-BINAP-MOF (that is
the ruthenium metalated BINAP-MOF) was found to be highly
active for the hydrogenation of �-keto esters (Figure 18a) and
substituted alkenes. A later study on Rh-BINAP-MOF showed
that by using a mixed ligand strategy, where the second ligand
does not contain metal binding sites and contains considerably
less steric bulk, a catalytic framework with more open and ac-
cessible channels results.[72] The mixed ligand MOF was found
to be an active catalyst for sterically demanding substrates
when the conventional BINAP-MOF was no longer active.

Figure 18. a) Schematic illustration of the chiral BINAP-MOF alongside the
catalytic hydrogenation of �-keto esters that was studied for the Ru metal-
ated species. b) Schematic illustration of the chiral MOF containing pendant
chiral diene moieties (E2-MOF) with the catalytic activity of the MOF for 1,4-
additions of arylboronic acids to α,�-unsaturated ketones exemplified.

An alternative approach to obtain an enantioselective Zr
MOF catalyst was to incorporate pendant chiral diene moie-
ties.[73] The chiral diene containing UiO-type MOF, with general
formula [Zr6O4(OH)4(Ligand)6]n (see part b of Figure 18 for the
chiral diene based ligand), termed E2-MOF, was proposed to be
more efficient than the BINAP-MOF due to the decrease in steric
demand, which should result in improved access of the rea-
gents and consequently transport of the product from the ac-
tive site. E2-MOF was metalated with either [RhCl(C2H4)2]2 or
Rh(acac)(C2H4)2 and the resultant materials were investigated
as heterogeneous catalysts for the asymmetric 1,4-addition of
arylboronic acids to α,�-unsaturated ketones (Figure 18b) or
asymmetric 1,2-addition of arylboronic acids to aldimines re-
spectively. The potential of E2-MOF·Rh(acac) is realised as better
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yields and enantioselectivities were obtained when compared
with the homogeneous control.

Considerable attention has been directed towards the
metalation of free-base porphyrin containing Zr MOFs.[17b] Two
Zr MOFs containing porphyrin units were synthesised using the
tetratopic H4-TCPP-H2 [tetrakis(4-carboxyphenyl)porphyrin] li-
gand, with the traditional 12-connected Zr6O4(OH)4 cluster ob-
served in MOF-525 and an 8-connected Zr6O8(H2O)8 cluster ob-
served in MOF-545, also described as PCN-222 (Figure 1d shows
the solid-state structure of PCN-222-Fe).[17a] The resulting struc-
tures were highly porous with BET surface areas of 2620 m2 g–

1 and 2260 m2 g–1 for MOF-525 and MOF-545, respectively,
however the high porosity of the structures did not negatively
impact their stability, with both MOFs observed to be stable in
acidic and aqueous environments. Unlike other porphyrin con-
taining MOFs, the porphyrin units are not metalated as ZrIV ions
are not coordinated during synthesis. The presence of both per-
manent porosity and free porphyrin sites enables opportunities
for postsynthetic metalation, with MOF-525 able to be quantita-
tively metalated with iron chloride to form MOF-525-Fe. The
benefits of postsynthetic metalation is realised as MOF-525-Fe
could not be obtained by direct synthesis with the pre-metal-
ated ligand (H4-TCPP-FeCl).

Thin films of MOF-525 have been grown on conductive FTO
(FTO = fluorine doped tin oxide) glass substrates and subse-
quently postsynthetically metalated with either cobalt or zinc,
with metalation confirmed by UV/Vis spectroscopy on sodium
hydroxide MOF digests.[74] Cyclic voltammetry was used to de-
termine the electrochemical activity of the films and compared
with free-base MOF-525. Co-MOF-525, containing CoIII, exhib-
ited a much larger redox wave, suggesting that the materials
electrochemical properties have been improved upon postsyn-
thetic metalation. However, Zn-MOF-525 thin films demon-
strated the greatest potential, with a large redox wave obtained
at a lower potential (≈ 0.7 V vs. ≈ 0.8 V). Further chronoampero-
metric experiments were in close agreement with the electro-
chemical activity observed, with apparent diffusion coefficients
(Dapp) of the films decreasing in the order of Zn-MOF-525, then
Co-MOF-525 and finally MOF-525. These results suggest that
faster ion mobility or charge hopping is responsible for the in-
creased electrochemical activity observed, highlighting that
postsynthetic metalation is useful for improving materials prop-
erties.

An extended MOF-525 analogue, termed FJI-H6 and contain-
ing H2TBPP {H2TBPP = 4′,4′′′,4′′′′′,4′′′′′′′-(porphyrin-5,10,15,20-
tetra-yl)tetrakis[(1,1′-biphenyl)-4-carboxylate]} ligands was re-
ported, resulting in a highly porous structure containing 2.5 nm
pores and a BET surface area of 5033 m2 g–1.[75] Access to single
crystals of FJI-H6 unambiguously confirmed that postsynthetic
metalation of the porphyrin units is possible, with a single-crys-
tal to single-crystal transformation observed upon treatment
with Cu(NO3)2 in DMF at 85 °C, resulting in FJI-H6(Cu) (Fig-
ure 19). The CuII ions occupy the square planar N4 coordination
site in the porphyrin units as expected, resulting in axial posi-
tions that are uncoordinated. Both FJI-H6 and FJI-H6(Cu) were
investigated as catalysts for the cycloaddition of CO2 with
chloropropylene oxide to form the corresponding cyclic carb-
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onate. Under the conditions examined, FJI-H6(Cu) outper-
formed the parent MOF by ca. 9 %, and interestingly retained
its crystallinity, which was not the case for the parent MOF.

Figure 19. Representation of the crystal structure of FJI-H6(Cu), which is gen-
erated by postsynthetic metalation of the freebase porphyrin MOF (FJI-H6)
and catalyses the cycloaddition of CO2 and chloropropylene oxide. Redrawn
from CCDC deposition 1043281.

Ligand design is crucial for the metalation of Zr MOFs; pro-
vided there are potential metal chelation sites these appear to
undergo facile metalation, which is now evident from the many
examples that have been reported. The hard properties of ZrIV

ions mean that they typically bind to the carboxylate function-
alities used to construct the MOF, resulting in free metal chela-
tion sites which can then be metalated with a number of sub-
strates, many of which are introduced with specific catalytic
applications in mind.

6. Postsynthetic Exchange

An alternative route for postsynthetic functionalisation of MOFs
is to exchange framework constituents – either the ligands or
the metals, and either completely or in a controlled manner –
to provide access to functionalised materials not usually obtain-
able via direct synthesis.[7b] Several acronyms have been given
to these processes with postsynthetic exchange (PSE)[7a] or sol-
vent assisted linker exchange (SALE)[76] commonly employed,
however, for simplicity we will refer to PSE to denote postsyn-
thetic ligand exchange and transmetalation to indicate postsyn-
thetic metal-ion exchange.

Postsynthetic exchange of Zr MOFs was reported in 2012 by
Cohen et al., using aerosol time of flight mass spectrometry
(ATOFMS) to detect exchange on individual particles.[77] Sam-
ples of UiO-66-Br and UiO-66-NH2 were suspended in water for
5 days, with ATOFMS revealing that greater than 50 % of the
MOF particles underwent exchange. The exchange process was
found to be dependent on the solvent, with highest levels of
exchange observed in water, followed by DMF, methanol and
chloroform. An alternative exchange procedure was investi-
gated, wherein UiO-66-Br was submersed in an aqueous solu-
tion containing NH2-bdc, and it was found that 76 % of the Br-
bdc ligands could be replaced by NH2-bdc (Figure 20). Interest-
ingly, the converse exchange of Br-bdc into UiO-66-NH2 under
similar conditions was found to occur to a much lesser degree,
likely due to a number of different factors, which could reasona-
bly include donor abilities, solubility and steric effects.
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Figure 20. Postsynthetic exchange in UiO-66 series MOFs. a) Postsynthetic
linker exchange of Br-bdc for NH2-bdc in UiO-66-Br. b) Postsynthetic metal
exchange of Zr for Ti in UiO-66.

During a later study, UiO-66 was postsynthetically exchanged
with [FeFe](dcbdt)(CO)6 (dcbdt = 1,4-dicarboxybenzene-2,3-di-
thiolate) (Figure 21a) resulting in substitution of 14 % of the
bdc ligands for the thermally unstable [FeFe] complex.[78] The
structural similarity of the [FeFe] subunit with [FeFe] hydrogen-
ases prompted the examination of the material for photocata-
lytic hydrogen production, with the [FeFe] containing MOF
found to be an efficient catalyst, outperforming the homogene-

Figure 21. a) The [FeFe] hydrogenase mimic incorporated into UiO-66 by post-
synthetic exchange. b) Comparison of photocatalytic H2 evolution showing
that UiO-66-[FeFe](dcbdt)(CO)6 outperformed both the unfunctionalised MOF
and the homogeneous catalytic system. Reproduced (modified) with permis-
sion from ref.[78] Copyright (2013) American Chemical Society.
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ous reference system both in terms of reaction rate and
hydrogen production (Figure 21b). This is due to the improved
stability of the [FeFe] complex when contained within the MOF,
whilst site localization also hinders charge recombination.

Similarly, UiO-66 thin films grown on FTO substrates were
postsynthetically exchanged with CAT-bdc (2,3-dihydroxy-1,4-
benzenedicarboxylate), resulting in incorporation of chelating
units (63 % CAT-bdc) that in turn could be postsynthetically
metalated with aqueous FeCl3 solutions in a two-step proc-
ess.[79] PXRD and SEM indicated that crystallinity and particle
morphology were retained, and with this general procedure es-
tablished, attempts to incorporate [FeFe](dcbdt)(CO)6 were in-
vestigated. PSE of the thin films resulted in higher levels of
incorporation relative to the bulk samples (≈ 32–35 % vs. 14 %),
likely due to the increased solid-liquid interphase. Fine control
of the reagent concentrations resulted in films of varying thick-
ness, which was observed to determine the electrochemical ac-
tivity of the MOF films.

Microcrystalline UiO-66 samples synthesised using formic
acid (100 equiv.) as a modulator revealed an unusually high
surface area of 1730 m2 g–1, while pore size distributions re-
vealed the presence of a 3.9 nm mesopore.[80] The mesoporos-
ity of UiO-66 prepared via this method was predicted to facili-
tate postsynthetic exchange of bdc ligands from the framework.
The ligands btec (btec = 1,2,4,5-benzenetetracarboxylic acid) or
ma (ma = benzenehexacarboxylic acid) were metalated with
Li+, Na+ and K+, resulting in six different salts, which were sub-
sequently investigated for their exchange into UiO-66. The ex-
tent of ligand exchange varied, with the highest exchange ra-
tios obtained for the Na salts. Of the MOFs obtained, UiO-66-
(COONa)2-ex (that is UiO-66 postsynthetically exchanged with
sodium 1,2,4,5-benzenetetracarboxylate) demonstrated the
greatest potential in CO2 separation, with a CO2/N2 selectivity
of 33.3, compared to 19.1 obtained for parent UiO-66. Alterna-
tively, UiO-66 has been postsynthetically exchanged with flexi-
ble alkanedioic acids [HO2C(CH2)n–2CO2H] to result in a series of
materials denoted as UiO-66-ADn, where n = 4, 6, 8 or 10.[81] In
this example, PSE occurs in a 1:2 manner (one bdc ligand is
replaced by two alkanedoic acid ligands) which results in pen-
dant carboxyl moieties within the MOF cavities due to the mis-
match of the ligand lengths. In the case of UiO-66-AD6, which
contains adipic acid that is of a similar length to bdc, 1:1 ex-
change may also occur. The functionalised materials were sub-
sequently investigated for their CO2 adsorption capacities, with
UiO-66-AD6 demonstrating increased capacities of 34 % and
58 % relative to parent UiO-66 at 298 K and 323 K respectively.

Postsynthetic exchange has also been performed on ex-
tended Zr MOFs, such as UiO-68-(CH3)2, containing 2′,5′-di-
methyl-p-terphenyl-4,4′′-dicarboxylate ligands, where an irid-
ium N-heterocyclic carbene (NHC) metallolinker was incorpo-
rated into the framework (Figure 22a).[82] Direct synthesis of the
mixed ligand MOF was also considered, however, fine-tuning of
the PSE conditions (methanolic ligand solution, 60 °C, 24 h)
resulted in higher loadings of the metalloligand within the
framework (17 % vs. 29 % as per 1H NMR spectroscopic analy-
sis). Isomerisation of 1-octen-3-ol to 3-octanone was investi-
gated in the presence of the Ir-containing MOFs (obtained via
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direct synthesis and PSE), however leaching of Ir was detected
from the directly synthesised material, although this was not
significant for the exchanged MOF. The Ir-containing exchanged
UiO-68 type MOF proved to be an efficient catalyst, resulting in
99 % conversion without a loss of activity over three catalytic
cycles (Figure 22b).

Figure 22. a) A terphenyl-dicarboxylate N-heterocyclic carbene linker which
can be postsynthetically exchanged into UiO-68-(CH3)2, resulting in a MOF
that can b) catalyse the isomerisation of 1-octen-3-ol to 3-octanone.

The accounts highlighted above prove the enormous poten-
tial of postsynthetic linker exchange in accessing specialised
materials, many of which have demonstrated significant poten-
tial for catalytic applications utilising delicate active site func-
tionality that would not normally survive direct synthetic meth-
ods. In addition to this incorporation of highly functionalised
ligands, significant synthetic efforts have focused on the prepa-
ration of topologically analogous MOFs containing alternative
metal ions. UiO-66 series MOFs constructed by hafnium,[83]

uranium,[84] thorium[85] and cerium[86] are known, however
there are no reported titanium UiO-type frameworks. As such,
the incorporation of titanium has been investigated extensively
via postsynthetic transmetalation, a route to the functionalisa-
tion of the secondary building units (SBUs) of Zr MOFs, enabling
the insertion of alternative metal ions and resulting in mixed-
metal MOFs which may offer improved characteristics specific
to the new metal ions.

Incorporation of TiIV into UiO-66 was first reported in 2012
by Cohen et al., whereby as-synthesised UiO-66 was immersed
in DMF solutions containing TiIV sources.[7a] Using TiCl4(THF)2 as
the TiIV source, loadings as high as 37.9 mol-% Ti were obtained
(93 % of particles showed exchange by ATOFMS) with crystalli-
nity retained during the transformation (Figure 20b). N2 adsorp-
tion isotherms revealed that porosity was also retained, sug-
gesting that metal ion substitution had occurred and that TiIV

ions were not located within the pores. Titanium-exchanged
UiO-66 was later investigated as a catalyst for the oxidation of
cyclohexene. Catalytic performance improved at 70 °C although
this was still not as efficient as UiO-66 containing TiIV supported
at the nodes (TiIV anchored onto the capping hydroxyl groups),
due to the tetrahedral coordination environment of the TiIV sup-
ported material (in comparison to the 7- or eight-coordinate
TiIV ions in the transmetalated species which is dependent upon
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the extent of framework hydroxylation), as revealed from XPS
(X-ray photoelectron spectroscopy) analysis.[87]

Transmetalated UiO-66 samples containing TiIV were subse-
quently investigated for their ability to improve CO2 uptake ca-
pacities.[88] UiO-66 samples containing TiIV loadings as high as
56 mol-% were obtained [denoted UiO-66(Ti56)] by allowing the
transmetalation process to occur over a longer period of time.
The CO2 uptake capacity at 273 K was observed to increase
from 2.2 mmol g–1 for UiO-66 to 4 mmol g–1 for UiO-66(Ti56),
representing an enhancement of 81 %. The authors suggest
that the decrease in the octahedral pore diameter upon substi-
tution with TiIV results in an increased isosteric heat of adsorp-
tion (Qst) for CO2 (Figure 23a) and this coupled with the
decreased density of the framework is responsible for the in-
creased uptake. This methodology was investigated for ex-
changing TiIV into UiO-66 mixed matrix membranes, with the
resulting membranes demonstrating dramatically improved
permeabilities for CO2 compared to parent UiO-66 membranes
(as high as 153 % improvement) without affecting selectivity.[89]

Figure 23. a) Increasing isosteric heats of adsorption for CO2 in UiO-66 as
more Zr is exchanged for Ti. Reproduced (modified) with permission from
ref.[88] Copyright (2013) Royal Society of Chemistry. b) Photocatalytic reduc-
tion of CO2 to formate by UiO-66-NH2 is also enhanced by exchange of Zr
for Ti. The samples NH2-UiO-66(Zr/Ti)-100-4 and NH2-UiO-66(Zr/Ti)-120-16
have 34 % and 57 % of Zr cations exchanged for Ti, respectively. Reproduced
(modified) with permission from ref.[90] Copyright (2015) Royal Society of
Chemistry.

Following the interest surrounding improving CO2 uptake ca-
pacities, Ti-doped UiO-type MOFs have been investigated for
photocatalytic CO2 reduction.[90] Transmetalation of UiO-66-NH2
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in DMF solutions containing TiCl4(THF)2 at different incubation
temperatures and durations revealed that up to 57 mol-% TiIV

could be incorporated [120 °C, 16 d, denoted as NH2-UiO-66(Zr/
Ti)-120-16 in Figure 23b]. Photocatalytic reduction of CO2 to
formate was investigated using both pristine UiO-66-NH2 and
transmetalated materials. Under the conditions investigated,
57 % Ti-exchanged UiO-66-NH2 resulted in the production of
1.7 times more formate than parent UiO-66-NH2. The improved
performance were rationalised by a combination of low temper-
ature electron spin resonance experiments and DFT calcula-
tions, which suggest that incorporation of TiIV into the cluster
facilitates the transfer of electrons from the NH2-bdc ligands
upon photo-excitation to the metal ion cluster. The reduced TiIII

is then able to act as an electron donor as the ZrIV is reduced
to ZrIII, resulting in improved electron transfer and ultimately
improved catalytic abilities. A similar study extended the range
of transmetalated UiO-type MOFs containing TiIV, to a UiO-66
analogue containing mixed ligands.[91] Mixed ligand UiO-66-
NH2, containing NH2-bdc as well as 2,5-diamino-1,4-benzenedi-
carboxylate (14 %) was transmetalated, resulting in a material
with hexametallic nodes of average formula ≈ Zr4.3Ti1.7. The
mixed ligand MOF was also investigated for the photocatalytic
reduction of CO2, alongside Ti substituted UiO-66-NH2, and it
was realised that the mixed ligand MOF was a more superior
catalyst due to the introduction of new energy bands which
facilitate improved light absorption and charge transfer.

While exchange of either bridging ligands or the metal ions
of Zr MOFs has proven useful for a number of applications, the
specific inclusion of either secondary metals or organic species
at the Zr6 clusters has also been highlighted as an important
route to access functionalised materials. In this context second-
ary species are incorporated into the framework without the
necessary exchange of parent framework constituents, so inten-
tionally defective UiO-66 series MOFs (exposed cluster sites are
present due to the missing linkers) or MOFs containing lower
connected Zr6 clusters have been targeted as their clusters can
be accessed and subject to a suite of potential modifications.

7. Postsynthetic Cluster Modification

Coordination modulation[49] – the deliberate addition of foreign
molecules to synthetic mixtures – is routinely employed to im-
prove the crystallinity of, and in extreme cases enable access to
otherwise unobtainable Zr MOFs.[92] The modulating agent al-
ters the crystallisation kinetics,[93] presumably by competing
with the bridging ligands for coordination to the Zr6 cluster or
by pre-forming Zr6O4(OH)4(CO2-R) building blocks.[94] In addi-
tion to improved synthetic reliability, coordination modulation
has also resulted in the promotion of defects (typically in the
form of missing linkers and cluster incorporated monodentate
modulators),[95] which are prevalent in Zr MOFs and have re-
cently been structurally characterised in UiO-66 on the molec-
ular level using single-crystal X-ray diffraction.[96] A variety of
modulating agents have been investigated, including but not
limited to, hydrochloric acid,[95b] formic acid,[96] hydrofluoric
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acid,[97] trifluoroacetic acid[98] and recently amino acids.[99] Dur-
ing Zr MOF syntheses it is difficult to predict whether the mod-
ulator will be incorporated within the final structure,[95a,98] and
if so how the properties of the material will be af-
fected.[10f,95d,100] Defective Zr MOFs represent an attractive
route to obtain materials with unprecedented reactivity, al-
though an understanding of their true potential is yet to be
realised as this area still remains relatively unexplored.

An interesting study conducted by Vos et al. reported the
synthesis of UiO-66 using a combination of hydrochloric (HCl)
and trifluoroacetic acid (TFA), resulting in highly crystalline ma-
terials that were subsequently investigated as catalysts for the
“ene”-type cyclisation of citronellal to isopulegol (Figure 24a).[98]

Figure 24. a) Schematic showing thermal removal of TFA from defects in UiO-
66 to create a Lewis acid catalyst for citronellal cyclisation. b) Comparison of
conversion vs. time for different samples, with the most defective MOF being
the most catalytic. Reproduced (modified) with permission from ref.[98] Copy-
right (2013) American Chemical Society.

UiO-66-10HCl, that is UiO-66 synthesised in the presence of
10 equiv. of TFA and 1 equiv. of HCl, was observed to contain
both physisorbed and cluster bound TFA (trifluoroacetate had
partially replaced bdc) from thermal analysis and 19F solid-state
NMR spectroscopy. Thermal treatment of UiO-66-10HCl was fol-
lowed by in-situ IR spectroscopy, revealing that dehydroxylation
of the Zr cluster begins prior to removal of trifluoroacetate,
although the two processes occur simultaneously at higher
temperatures. Postsynthetic thermal treatment results in
Zr6O8(bdc)4 – a highly defective material containing Zr6 clusters
surrounded by 8 carboxylates rather than the usual 12 – which
has a high number of Lewis acid (ZrIV) sites and increased pore
dimensions, resulting in dramatically improved catalytic per-
formances. UiO-66-10HCl is considerably more active in the cycli-
sation of citronellal to isopulegol (Figure 24b), while in the
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Meerwein reduction of 4-tert-butylcyclohexanone with 2-prop-
anol, conversions of 7 % vs. 93 % are achieved for UiO-66-NO2

and UiO-66-NO2-10HCl, respectively.
Furthermore, the dynamic nature of the Zr-modulator bond

can be exploited to result in postsynthetic substitution of the
cluster bound modulators, either for alternative modulators or
for the bridging ligand, effectively “repairing” defect sites. Ap-
plying this defect repair strategy to UiO-67 crystals synthesised
using benzoic acid and containing appreciable amounts of de-
fects, gave crystals of sufficient quality for single-crystal X-ray
diffraction.[95a] Substitution of the modulator was also observed
with proline, which may result in chiral materials, while incorpo-
ration of chromium into defective UiO-66 and UiO-67 samples
(presumably at defect sites) resulted in catalytic materials for
acetaldehyde trimerisation.

An alternative “repair” strategy has been applied to single
crystals of PCN-700, resulting in the first Zr MOF bearing ligands
that not only present different chemical functionality but are
also of different lengths, resulting in what are commonly known
as multivariate MOFs.[101] The staggered arrangement of the
phenyl rings in the 2,2′-dimethylbiphenyl-4,4′-dicarboxylate li-
gands of PCN-700 results in a bcu topology containing 8 con-
nected nodes (Figure 25a), in contrast to the 12 connected

Figure 25. Crystal structures of a) PCN-700, which contains vacancies, or
“pockets” between 8-connected nodes that can be filled by postsynthetic
addition of 1,4-benzenedicarboxylate, to give b) PCN-701, and 2′,5′-dimethyl-
terphenyl-4,4′′-dicarboxylate, to give c) PCN-702. Both pockets can be filled
to give d) PCN-703, but only if the smaller pocket is occupied by 1,4-benzene-
dicarboxylate first. Reproduced with permission from ref.[101] Copyright (2015)
American Chemical Society.
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nodes of the UiO-66 series with fcu topology. The structure
contains two “pockets” of different lengths (7.0 and 16.4 Å)
which can accommodate linear dicarboxylate ligands, and as
such the authors examined the postsynthetic installation of bdc
(Figure 25b) and tpdc-Me2 (tpdc-Me2 = 2′,5′-dimethyl-p-ter-
phenyl-4,4′′-dicarboxylate, Figure 25c). The postsynthetic order
of addition of the bridging ligands is important, as upon inser-
tion of the first ligand the size of the second pocket is altered
(Figure 25d), although by careful considerations a multivariate
MOF containing 3 ligands was isolated and unambiguously
characterised using single-crystal X-ray diffraction, whilst func-
tionalised ligands such as NH2-bdc can also be incorporated,
highlighting the versatility of this technique.

The presence of either μ3-OH or terminal OH or H2O moieties
at Zr nodes, whose concentration depends on both the defect
concentration and topology of the MOF, results in a range of
possible sites for functionalisation of the Zr6 clusters, and the
Brønsted acidity of these groups has been calculated for a
range of Zr MOFs using potentiometric titrations.[102] Alterna-
tively, defect sites within Zr MOFs present attachment sites for
secondary ligands that contain potential coordinating sites,
such as carboxylates or phosphonates. For example, defect-free
and intentionally defective UiO-66 were synthesised, and then
exposed to DMF solutions containing oxalic acid at room tem-
perature for 2 hours.[103] Oxalic acid was successfully incorpo-
rated into defective UiO-66 (Figure 26a) however, no incorpora-

Figure 26. a) Schematic illustration of the PSE of oxalic acid into UiO-66,
highlighting covalent attachment to the Zr6 node at defect sites. Reproduced
(modified) with permission from ref.[103] Copyright (2015) Centre National de
la Recherche Scientifique (CNRS) and The Royal Society of Chemistry. b) UiO-
66-ea breakthrough curves for 10:90 CO2/N2 (v/v) mixtures at 313 K and 1 atm
with capacities at 0 % and 82 % relative humidity shown. Co and Ci are the
concentrations of each gas at the outlet and inlet respectively. Reproduced
(modified) with permission from ref.[104] Copyright (2015) Royal Society of
Chemistry.
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tion was observed for the defect-free material, and hence post-
synthetic linker exchange can be excluded as a method of in-
corporation. During breakthrough experiments with a number
of toxic compounds, UiO-66-ox (UiO-66 containing cluster
bound oxalic acid) greatly outperformed both the defective and
defect-free UiO-66 samples in terms of storage capacities for
SO2 and NO2, whilst only a modest improvement was observed
for NH3.

An alternative strategy was employed for the installation of
ethanolamine onto the Zr6 clusters of UiO-66, by exposing de-
hydrated UiO-66 (UiO-66 heated at 300 °C for 1 hour under an
N2 atmosphere) to an anhydrous toluene solution containing
ethanolamine (ea).[104] Similar to UiO-66-ox, UiO-66-ea
[Zr6O4(OH)2(ea)2(bdc)6]n contains pendant amino moieties (eth-
anolamine is grafted onto Zr6 clusters at the triangular windows
formed between three ZrIV ions, partially replacing bridging μ3-
OH moieties) which were expected to improve the material's
CO2 adsorption capacity. Breakthrough experiments under sim-
ulated flue gas conditions (10:90 CO2/N2, 313 K) revealed that
the purification capacity of UiO-66-ea is ca. 18 times that of
non-modified UiO-66, and interestingly this capacity is main-
tained even under 82 % relative humidity (Figure 26b).

The availability of terminal OH and H2O ligands on the Zr6

clusters of NU-1000 {[Zr6(μ3-O)4(μ3-OH)4(OH)4(OH2)4(TBAPy)2]n,
where TBAPy = 1,3,6,8-tetrakis(p-benzoate)pyrene} to undergo
postsynthetic exchange has resulted in extensive research
where this phenomenon has been exploited in a process the
authors call SALI (Solvent Assisted Ligand Incorporation). In
2013, Farha et al. reported the incorporation of a series of per-
fluorinated alkanes of varying length onto the nodes of NU-
1000.[105] Microcrystalline samples of NU-1000 were placed in
contact with DMF solutions containing the desired perfluori-
nated aliphatic carboxylic acid and left to react at 60 °C for 18–
24 hours (Figure 27a). The maximum uptake of the perfluorin-
ated alkane ligands per Zr6 node is 4, which would result in
coordinatively saturated Zr6(μ3-O)4(μ3-OH)4(RCO2)12 clusters,
similar to those found in UiO-type MOFs. The resultant materi-
als, SALI-n, where n corresponds to the length of the per-
fluorinated alkane chain, could be obtained in quantitative
yields for the lower alkane species, which dropped slightly as
the chain length increased presumably due to steric effects. CO2

adsorption experiments revealed that, despite the additional
functionality occupying pore volume, CO2 uptake capacities in-
creased across the SALI-n series, with the Qst

0 value for SALI-9
being twice that of unmodified NU-1000 (Figure 27b). It was
later found that NU-1000 materials containing perfluorinated
alkanes (obtained via SALI) demonstrate enhanced water stabil-
ities. The node functionalisation removes the polar terminal OH
and H2O ligands, which interact strongly with water, while the
incorporated fluorinated ligands prevent water from accessing
the Zr6 clusters.[106] Perfluorinated NU-1000 materials were sub-
sequently loaded with Pd nanoparticles (confined within the
pores), and investigated as catalysts for the C–H arylation of
indoles in H2O.[107]

An alternative strategy to improve the CO2 capacity of NU-
1000 was to incorporate “complementary organic motifs” (pre-
designed organic molecules that are complementary to the CO2
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Figure 27. a) Schematic of Solvent Assisted Linker Incorporation (SALI) at the
8-connected node of NU-1000 to give fluorinated MOFs which b) offer im-
proved isosteric heats of adsorption for CO2. Reproduced (modified) with
permission from ref.[105] Copyright (2013) American Chemical Society.

quadrupole) at the Zr6 nodes by SALI.[108] The complementary
organic motifs were based upon either a 2,6-diacetylaminopyr-
idine or an FMoc (FMoc = N-α-fluorenylmethyloxycarbonyl) pro-
tected triglycine peptide. The SALI products demonstrate simi-
lar volumetric uptakes with that of parent NU-1000, however
the favourable CO2 binding sites increase CO2 uptake at low
pressures, with Qst

0 values increasing from ca. 17 kJ mol–1 (par-
ent NU-1000) to ca. 27–28 kJ mol–1 (SALI products) to reflect
this.

The scope of carboxylate containing compounds incorpo-
rated into NU-1000 via SALI was extended to include those con-
taining pendant reactive handles, and thus further postsyn-
thetic modifications such as the CuAAC “click” reaction and
imine formation were performed.[109] SALI has also been per-
formed on NU-1000 to incorporate either ferrocene[110] or tris-
radical rotaxanes[111] for electrochemical applications. In the
case of the ferrocene containing NU-1000 samples,[110] the fer-
rocene molecules (1 per Zr6 node) are electrochemically ad-
dressable, implying that the activity comes from charge hop-
ping between anchored ferrocene/ferrocenium (Fc/Fc+) moie-
ties. The presence of charge hopping mechanisms points to-
wards potential for use in photoelectrochemical or electrocata-
lytic systems.

A halochromic NU-1000 derivative was obtained by perform-
ing SALI to incorporate carboxylnaphthofluorescein (CNF)
within the framework, and although low loadings were ob-
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tained (0.12 molecules of CNF per Zr6 node; the theoretical
maximum is 4) the materials visibly changed colour when ex-
posed to either acidic or basic solutions or vapours.[112] The
SALI concept has been extended to enable the incorporation
of ligands bearing terminal phosphonates into NU-1000, and
the higher affinity of ZrIV for phosphonates than carboxylates
means that the pH range available for retention of the incorpo-
rated ligands is extended.[113] The ability of phosphonates to
interact with the Zr6 clusters has prompted investigations into
their ability to degrade nerve agent simulants;[114] it has been
realised that lower connected Zr clusters are more efficient,[115]

resulting in improved hydrolysis rates and turnover frequencies.
The CNF functionalised NU-1000 is an active catalyst for the
degradation of nerve agent simulants, and with the acidic by-
products changing the colour of the MOF, it thereby acts as a
visual reporter for the presence of the nerve agent.[112] Treat-
ment of NU-1000 with a phosphonic acid ligand containing bi-
pyridine moieties [(2,2′-bipyridine-4-ylmethyl)phosphonic acid
monohydrochloride] resulted in successful incorporation of the
ligand, which upon treatment with trimethylamine presents
free base pyridine sites which can be accessed and subse-
quently metalated.[116] Treatment with methanolic solutions of
NiCl2 results in the metalated MOF which contains ca. 1.5 NiII

ions per Zr6 node and is a highly active catalyst for ethylene
dimerization.

Metalation of isolated Zr6O4(OH)4(RCOO)12 clusters has been
studied,[117] hence it is no surprise that efforts have investigated
this route for the incorporation of secondary metals into Zr
MOFs. Reaction of UiO-67 powder with an ether solution con-
taining [AuMe(PMe3)] releases methane when the gold complex
is successfully grafted onto the Zr-cluster (Figure 28a), allowing
the extent of postsynthetic modification to be quantitatively

Figure 28. a) Schematic illustration for grafting of AuMe(PMe3) onto the nodes
of UiO-66, with the associated release of methane. b) Dehydration of the
[Zr6(μ3-O)4(μ3-OH)4] clusters of UiO-66, forming [Zr6O6] clusters which are
found to c) contain bound tert-butoxide anions upon treatment with lithium
tert-butoxide.
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measured. Spectroscopic techniques and elemental analysis
were also used, providing evidence that [Zr6O4(OH)3(OAuP-
Me3)(bpdc)6] was obtained.[118] Under different reaction condi-
tions, Long and co-workers successfully grafted lithium tert-
butoxide onto the clusters of UiO-66 by first dehydrating the
framework to form Zr6O6 clusters (Figure 28b).[119] Upon inter-
action with lithium tert-butoxide, which is expected to replace
the now vacant μ3-OH sites by a similar binding motif, 25 % of
the available sites were found to be occupied by tert-butoxide
anions (Figure 28c). Ionic conductivity measurements revealed
that the lithium tert-butoxide grafted material behaves as a
solid Li+ electrolyte with a conductivity of 1.8 × 10–5 S cm–1 at
293 K.

This lithiation technique was also used in a later study, where
a range of UiO-66 materials were investigated as self-detoxify-
ing adsorbents of chemical warfare agents.[120] Defect free, lith-
ium alkoxide grafted (prepared as described above), defective
(containing cluster bound acetate) and acidic (containing clus-
ter bound sulfate) UiO-66 were investigated, however the lith-
ium alkoxide grafted material displayed the greatest hydrolytic
activity, resulting in the efficient detoxification of chemical war-
fare agents containing hydrolysable P–F, P–O and C–Cl bonds.

Grafting of secondary metal ions onto the Zr6 clusters of
UiO-type MOFs has been highlighted as a potential route to
obtain catalytic materials. Metalation of the cluster bound OH
ligands (at missing linker defect sites) of UiO-66 with VV upon
reaction with a methanolic solution containing VO(acac)2

(acac = acetylacetonate) at 50 °C, results in an active catalyst,
even at temperatures as high as 350 °C, for the gas phase oxid-
ative dehydrogenation of cyclohexene.[121] Alternatively, Ir func-
tionalisation of Zr6 nodes in UiO-66 was investigated, revealing
that there are two possible sites for attachment of the Ir com-
plexes, with only one site metalated at low Ir concentrations
(MOF powder in contact with n-pentane solution containing Ir
source).[122] The two different Ir sites present different reactivi-
ties; the Ir is more electropositive in one site than another, as
revealed during catalytic ethylene hydrogenation studies.

Definitive evidence of the metalation process has been re-
vealed by single-crystal X-ray diffraction, which has been used
to provide snapshots at set time intervals (2, 4, 6, 12, and 24 h)
of the metalation of single crystals of an 8-connected Zr MOF,
linked by 2,2′-dimethylbiphenyl-4,4′-dicarboxylate ligands
(PCN-700), with either Ni or Co.[123] The metal source (CoII or
NiII) was introduced as a DMF solution to single crystals of PCN-
700 at 85 °C for 48 h, and it was observed that cluster metal-
ation is accompanied by ligand migration, whereby the ligand
dissociates from the Zr ion and attaches to the postsynthetically
introduced metal ion. Overall, during metalation the 8-con-
nected [Zr6O4(OH)8(H2O)4] cluster (Figure 29a) transforms to be-
come a bimetallic [Zr6M4O8(OH)8(H2O)8] (M = Co or Ni, Fig-
ure 29b) cluster, whilst maintaining crystallinity. The flexibility
of the material is key, as the ligands are required to withstand
torsional angle changes (13.2°), ultimately enabling the post-
synthetic ligand migration and metalation to occur and crystal-
lographic snapshots of the process to be collected (Figure 29c).

Gas phase metalation has emerged as an alternative method
for the functionalisation of NU-1000, again taking advantage of
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Figure 29. a) The 8-connected Zr6O4(OH)8(H2O)4 cluster of PCN-700 and b) the bimetallic [Zr6Ni4O8(OH)8(H2O)8] cluster that is formed upon metalation (terminal
water ligands on Ni cations not shown for clarity). c) Crystallographic snapshots of the incorporation and migration of Ni cations at the cluster of PCN-700.
Reproduced with permission from ref.[123] Copyright (2015) Wiley-VCH.

the terminal OH and H2O ligands at its 8-connected clusters
(Figure 30a), and has been termed Atomic Layer Deposition
(ALD) in MOFs, shortened to AIM (Figure 30b).[18] Microcrystal-
line samples of NU-1000 were placed in an ALD reactor and
exposed to Zn(Et)2 or Al(Me)3 at 140 °C or 120 °C respectively.
ICP-OES revealed that metalation of NU-1000 was successful,
suggesting that 0.5 Zn or 1.4 Al atoms were incorporated per
Zr atom using very short experiment times (minutes), whilst
only slightly better metalation yields were obtained for the cor-
responding liquid phase reactions performed over several
hours.

DRIFTS (Diffuse Reflectance Infrared Fourier Transform Spec-
troscopy) was used to confirm that metalation occurred by reac-
tion of the secondary metal atoms with the terminal OH groups.
NU-1000-Zn, formed by AIM of NU-1000, was later synthesised
and found to contain 4 Zn atoms per Zr6 node, whilst DFT (den-
sity functional theory) calculations were used to precisely pre-
dict the location of the Zn atoms at the Zr6 cluster. NU-1000-
Zn was then transmetalated, allowing the Zn atoms to be post-
synthetically exchanged (with varying successes observed) for
Cu, Co and Ni which were unable to be prepared directly from
solution phase reactions.[124]

This methodology was extended to include the metalation
of NU-1000 thin films grown on FTO; Co installation was suc-
cessful, resulting in 4.3 Co atoms per Zr6 cluster, whilst EDS
(Energy Dispersive X-ray Spectroscopy) was used to confirm
that the thin film was uniformly metalated.[125] Electrochemical
studies investigating the catalytic activity of the NU-1000-Co
thin film for water oxidation revealed that the material is only
marginally active at pH 10 or below, however at pH 11 the
material is highly active, resulting in the formation of O2 from
OH–, however, unfortunately at pH 11 the thin film degrades.
AIM of bulk samples of NU-1000 was reported with Al and In
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Figure 30. a) The solid state packing structure of NU-1000 is shown (right)
and broken down to show both the TBAPy ligands and the Zr6 clusters. Their
connectivity is shown, highlighting the presence of pore directed terminal
OH ligands. b) Schematic illustration of AIM of NU-1000 with AlMe3 through
reaction with the terminal OH ligands. Reproduced (modified) with permis-
sion from ref.[18] Copyright (2013) American Chemical Society.
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by reacting the MOF with the trimethyl metal precursors.[126]

The reaction between NU-1000 and In(Me)3 is self-limiting and
forms the predicted structure (two In atoms on each of the four
faces of the Zr6 node), whilst the more reactive Al precursor is
not self-limiting and reacts with the framework, resulting in par-
tial loss of crystallinity, highlighting that AIM conditions must
be judiciously chosen for each MOF/metal system. Furthermore,
NU-1000 has also undergone AIM with Co-S[127] or Ni[128] to
result in catalytically active materials. The resulting NU-1000-Ni
material was found to be an efficient catalyst for the oligo-
merisation of ethylene, which has important implications for
the production of fuels and lubricants.

It has become apparent that vast opportunities exist for the
modification of inorganic Zr6 clusters within Zr MOFs, resulting
in specialised materials, which have been investigated for gas
storage/capture, catalysis and electrochemical applications. We
anticipate that this area of research has the potential to be
greatly expanded, as both concepts of defects and cluster mod-
ifications may be considered simultaneously, resulting in mate-
rials containing only slight structural/chemical modifications
from their parent structures, yet the reactivity they present may
be exceptionally different.

8. Conclusions and Outlook

In this microreview we have highlighted prominent examples
of postsynthetic modifications that have been performed exclu-
sively on metal-organic frameworks containing ZrIV ions. The
large number of articles discussed within, and the even greater
number of articles on Zr MOFs that appear in the literature,
highlight the extensive efforts that are currently being focused
on Zr MOFs, which stems in part from their high chemical and
mechanical stabilities and thus their ease of manipulation that
renders them ideal platforms for functionalisation by postsyn-
thetic modification to access materials not achievable by direct
synthetic techniques. Frequently, early accounts of PSM focused
on UiO-type MOFs containing Zr6O4(OH)4 clusters, however
lower connected structures, such as NU-1000, containing Zr6-
(μ3-O)4(μ3-OH)4(OH)4(H2O)4 clusters, are now known and have
received particular attention due to the availability of their ter-
minal OH and H2O ligands to undergo chemical modifications
with a variety of substrates. The wide variety of modifications
which have been successfully performed on Zr MOFs – covalent
modifications (both pendant and integral), surface modification,
metalation, linker exchange, metal exchange and modification
of the inorganic cluster – highlight the potential to generate
diverse structures with functionality suited to applications such
as catalysis, selective adsorption and ionic conductivity.
Through a combination of both the search for alternative modi-
fications as well as new Zr MOFs with improved properties, PSM
will ultimately play a key role in accessing next-generation ma-
terials. We also anticipate that much of the work that has been
performed on Zr MOFs will be considered on analogous Hf
MOFs which are topologically very similar but have been stud-
ied to a lesser extent.
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